
Biotechnology and Bioengineering. 2021;118:1520–1530.1520 | wileyonlinelibrary.com/journal/bit

Received: 8 October 2020 | Revised: 18 December 2020 | Accepted: 19 December 2020

DOI: 10.1002/bit.27666

AR T I C L E

A peptide‐based coating toolbox to enable click chemistry
on polymers, metals, and silicon through sortagging

Maximilian Nöth1,2 | Zhi Zou1,2 | Islam El‐Awaad1,3 |

Letícia C. de Lencastre Novaes2 | Guilherme Dilarri4 | Mehdi D. Davari1 |

Henrique Ferreira4 | Felix Jakob1,2 | Ulrich Schwaneberg1,2

1Lehrstuhl für Biotechnologie, RWTH Aachen

University, Aachen, Germany

2DWI – Leibniz Institute for Interactive

Materials, Aachen, Germany

3Department of Pharmacognosy, Faculty of

Pharmacy, Assiut University, Assiut, Egypt

4Department of Applied and General Biology,

Biosciences Institute, São Paulo State

University, Rio Claro, SP, Brazil

Correspondence

Ulrich Schwaneberg, DWI – Leibniz Institute

for Interactive Materials, Forckenbeckstrasse

50, 52074 Aachen, Germany, Lehrstuhl für

Biotechnologie, RWTH Aachen University,

Worringerweg 3, 52074 Aachen, Germany.

Email: u.schwaneberg@biotec.rwth-aachen.de

Funding information

Chinese Scholarship Council,

Grant/Award Number: CSC no.

201406740053; Bundesministerium für

Bildung und Forschung,

Grant/Award Number: Proplanta (FKZ

031B0384); Center for Chemical Polymer

Technology CPT, Grant/Award Number:

(Grant no. EFRE 300088302)

Abstract

A versatile peptide‐based toolbox for surface functionalization was established

by a combination of a universal material binding peptide (LCI‐anchor peptide)

and sortase‐mediated bioconjugation (sortagging). This toolbox facilitates sur-

face functionalization either as a one‐ or a two‐step strategy. In the case of the

one‐step strategy, the desired functionality was directly introduced to LCI. For

the two‐step strategy, LCI was modified with a reactive group, which can be

further functionalized (e.g., employing “click” chemistry). Sortagging of LCI, em-

ploying sortase A from Staphylococcus aureus, was achieved with six different

amine compounds: dibenzocyclooctyne amine, biotin‐polyethylene glycol amine,

Cyanine‐3 amine, kanamycin, methoxypolyethylene glycol amine (Mn = 5000 Da),

and 2,2,3,3,4,4,4‐Heptafluorobutylamine. The purification of LCI‐amine sortag-

ging products was performed by a negative purification using Strep‐tag II affinity

chromatography, resulting in LCI‐amine conjugates with purities >90%. For the

two‐step strategy, the LCI‐dibenzocyclooctyne sortagging product was purified

and enabled, through copper‐free azide–alkyne “click” chemistry, universal sur-

face functionalization of material surfaces such as polypropylene, polyethylene

terephthalate, stainless steel, gold, and silicon. The click reaction was performed

before or after surface binding of LCI‐dibenzocyclooctyne. Finally, in the case of

the one‐step strategy, polypropylene was directly functionalized with Cyanine‐3
and biotin‐polyethylene glycol amine.

K E YWORD S

adhesion promoter, anchor peptide, click chemistry, sortase‐mediated ligation, surface
functionalization

This is an open access article under the terms of the Creative Commons Attribution‐NonCommercial License, which permits use, distribution and reproduction in

any medium, provided the original work is properly cited and is not used for commercial purposes.

© 2021 The Authors. Biotechnology and Bioengineering published by Wiley Periodicals LLC

Maximilian Nöth and Zhi Zou contributed equally to this study.

http://orcid.org/0000-0003-4026-701X
mailto:u.schwaneberg@biotec.rwth-aachen.de
http://crossmark.crossref.org/dialog/?doi=10.1002%2Fbit.27666&domain=pdf&date_stamp=2021-02-04


1 | INTRODUCTION

Fabrication of functional materials through universally applicable

and specific surface functionalization methodologies remains a

challenge due to the vastly different surface properties and che-

mistries. Biological surface functionalization with material binding

peptides (anchor peptides) is a simple and environmentally benign

alternative to chemical and physical surface functionalization stra-

tegies (Care et al., 2015). Anchor peptides (APs) were applied as

adhesion promotors to immobilize functional moieties such as en-

zymes (Zernia et al., 2016), bioactive peptides (Liu et al., 2016), an-

tigens (de Juan‐Franco et al., 2013), containers for drug delivery

(Apitius et al., 2019), synthetic polymers (Dedisch et al., 2019;

Meurer et al., 2017), and organometallic catalysts (Grimm et al.,

2019) through noncovalent interactions. APs can be used in a

resource‐ and energy‐efficient manner for highly dense and specific

surface functionalization at ambient temperatures in water and re-

present an attractive alternative to plasma treatment, UV irradiation,

and employment of strong acids/bases (Dedisch et al., 2020;

Goddard & Hotchkiss, 2007; Li et al., 2004; Rübsam et al., 2017;

Vesel & Mozetic, 2017). The AP liquid chromatography peak I (LCI,

47 amino acids) from Bacillus subtilis was identified as a universal

material binding peptide for functionalization of polymer surfaces

(e.g., polypropylene [PP] and polyethylene terephthalate [PET];

Dedisch et al., 2020; Rübsam et al., 2017), metals (e.g., stainless steel

and gold; Dedisch et al., 2020), silicon‐based materials (Dedisch et al.,

2020), and natural surfaces (e.g., teeth (Dedisch et al., 2019), hair

(Dedisch et al., 2019), and plant leaves (Meurer et al., 2017)). LCI

shows significantly superior binding strength to the latter surfaces

when compared to proteins such as enhanced green fluorescent

protein (EGFP), phytase, cellulase, and bovine serum albumin

(Dedisch et al., 2019, 2020; Meurer et al., 2017; Rübsam et al., 2017).

A dense and highly stable monolayer was reported for LCI coated

gold surfaces (395 ng/cm2; Dedisch et al., 2019). A combination of

the universal and dense surface coating capabilities of APs with

sortase‐mediated ligation (sortagging) and chemical conjugation

chemistry (e.g., “click” chemistry) enables to introduce a plethora of

functionalities to a broad array of chemically diverse materials and

surfaces (e.g., polymers, metals, and silicon‐based) and facilitates

functionalization of materials that are challenging to functionalize by

chemical or physical surface functionalization methodologies.

An alternative to chemical methodologies is enzymatic bio-

conjugation which offers site‐specific protein modification under

mild reaction conditions (Zhang et al., 2018). In particular, sortagging

has been used extensively for biomolecule functionalization due to

its high selectivity, versatility, and ability to achieve biomolecule

functionalization with high homogeneity (Dai et al., 2019). Trans-

peptidase sortase A (Sa‐SrtA) from Staphylococcus aureus catalyzes

the conjugation of two biomolecules equipped with a C‐terminal

sorting motif (LPXTG, X can be any amino acid, protein 1) to an

N‐terminal oligoglycine nucleophile (protein 2; Schmohl & Schwarzer,

2014). Furthermore, primary amine molecules (preferentially un-

branched at the α‐carbon) are also accepted as sortase nucleophiles

(Glasgow et al., 2016). Key challenges of sortagging are the purity of

the ligation products due to the reversibility of the conjugation re-

action (the formed LPXTGGG sequence is a substrate for Sa‐SrtA)
and the low catalytic efficiency, which leads to a mixture of con-

jugated products and unconjugated substrates (Dai et al., 2019).

The azide–alkyne “click” reaction has taken a pivotal role in the

fields of biomolecule functionalization and material science in the

last decade (Nandivada et al., 2007). Click chemistry is defined by

modular and orthogonal reactions with high reactivity under mild

reaction conditions (Xi et al., 2014), which endows the application of

click chemistry for functionalization of biomolecules and surfaces.

Azide–alkyne click chemistry has been used for the surface func-

tionalization of gold, silica, magnetic nanoparticles, carbon nano-

tubes, metal‐organic frameworks, and semiconductor surfaces (Chen

et al., 2019; Nebhani & Barner‐Kowollik, 2009). Azide–alkyne click

chemistry‐based functionalization of polymers like PP or PET was

reported through the incorporation of reactive groups during poly-

mer synthesis or postpolymerization treatment (Yameen et al., 2010;

Zhang et al., 2011). Functionalisation of unmodified PP or PET by

azide–alkyne click chemistry has, to the best of our knowledge, not

been reported yet. A combination of click chemistry and universal

APs is a simple and versatile alternative to chemical and physical

surface functionalization methodologies to modify the respective

surfaces with the desired functionalities through orthogonal

reactivities.

Following these notions, a versatile toolbox for surface func-

tionalization of polymers, metals, and silicon‐based materials was

established through sortagging of LCI with various functional amine

compounds (and subsequent purification of ligation products), such

as reactive groups for click chemistry, biotin, fluorescent molecules,

or antibiotics. LCI‐modification with different functional groups was

achieved through sortagging employing Sa‐SrtA. Surface functiona-

lization with modified LCI was either achieved by a one‐ or two‐step
strategy. In the case of the one‐step method, the desired function-

ality was directly introduced to LCI. In contrast, for the two‐step
method, LCI was modified with a reactive group, which was em-

ployed for further functionalization (e.g., employing click chemistry).

2 | MATERIALS AND METHODS

2.1 | Chemicals and reagents

All chemicals were purchased from Sigma Aldrich, Carl Roth GmbH &

Co KG, AppliChem GmbH, or Lumiprobe with analytical purity unless

stated differently. Microtiter plates (MTPs) were purchased from

Greiner Bio‐One GmbH. All enzymes for polymerase chain reaction

(PCR) were purchased from New England Biolabs (NEB). Primers for

PCR were obtained from Eurofins Genomics. Materials for surface

functionalization were purchased from Goodfellow Cambridge Ltd.

(PET; PP), Plano GmbH (silicon wafer), Arnold Schröder In-

dustrieöfen GmbH (stainless steel foil), and Sigma Aldrich (gold

wafers).
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2.2 | Generation of Sa‐SrtA‐Strep‐tag II and
His6‐EGFP‐10ALA‐TEV‐LCI_KR2‐LPETGK‐Strep‐tag II
constructs

The N‐terminal his6‐tag of Sa‐SrtA (165Q/D186G/K196V; Zou et al.,

2018) was replaced by Strep‐tag II trough overlap extension PCR.

The sequences of primers are listed in Table S1. The EGFP‐LCI
variant His6‐EGFP‐10ALA‐TEV‐LCI_KR2 (EGFP‐LCI; Y29R/G35R;

Rübsam, Davari, et al., 2018) was C‐terminally modified with a sor-

tase recognition motif (LPETGK) and a Strep‐tag II in two separate

steps through overlap extension PCR. The sequences of primers are

listed in Table S2. A detailed description of the generation of Sa‐SrtA
and EGFP‐LCI constructs can be found in the Supporting

Information.

2.3 | Expression and purification of
Sa‐SrtA‐Strep‐tag II (Sa‐SrtA)

Shake flask expression of Sa‐SrtA‐Strep‐tag II (Sa‐SrtA) was per-

formed as previously described (Guimaraes et al., 2013). Pur-

ification of Sa‐SrtA was achieved through Strep‐tag II affinity

purification. The purification was conducted with a GE Strep-

Trap™ HP column (GE Healthcare; 5 ml) following the manu-

facturer's instructions. The purity of the elution fraction was

estimated by gel electrophoresis on a tricine sodium dodecyl

sulfate‐polyacrylamide gel (Tricine‐SDS‐PAGE; 10%). The con-

centration of Sa‐SrtA was determined spectrophotometrically at

280 nm. The molecular weight (MW; 19.19 kDa) and extinction

coefficient (19940M−1 cm−1) of Sa‐SrtA were calculated by using

the ProtParam software (October 2020; https://web.expasy.org/

protparam/; Gasteiger et al., 2005). A detailed description of

Sa‐SrtA expression and purification can be found in the Supporting

Information.

2.4 | Expression and purification of His6‐EGFP‐
10ALA‐TEV‐LCI_KR2‐LPETGK‐Strep‐tag II (EGFP‐LCI)

Shake flask expression of His6‐EGFP‐10ALA‐TEV‐LCI_KR2‐LPETGK‐
Strep‐tag II (EGFP‐LCI) was performed as previously described

(Rübsam, Davari, et al., 2018). Purification of LCI_KR2‐LPETGK‐
Strep‐tag II (LCI) was performed by Ni‐NTA immobilized metal affi-

nity chromatography (IMAC) purification of EGFP‐LCI followed by a

tobacco etch virus (TEV) protease cleavage step and a subsequent

Ni‐NTA IMAC purification (separation of cleaved LCI from EGFP and

EGFP‐LCI) as described previously (Rübsam et al., 2017). The pur-

ification was conducted with a GE HisTrap™ HP column (GE

Healthcare; 5 ml) following the manufacturer's instructions.The

purity of the elution and wash fractions was estimated by gel elec-

trophoresis on a Tricine‐SDS‐PAGE (10%). The concentration of

EGFP‐LCI and LCI was determined spectrophotometrically at

280 nm. The MW (EGFP‐LCI: 38.06 kDa; LCI: 7.47 kDa) and

extinction coefficient (EGFP‐LCI: 49975M−1 cm−1; LCI:

26470M−1 cm−1) of EGFP‐LCI and LCI were calculated by using the

ProtParam software (October 2020; https://web.expasy.org/

protparam/; Gasteiger et al., 2005). A detailed description of

EGFP‐LCI expression and purification and LCI purification can be

found in the Supporting Information.

2.5 | Sortagging of LCI with primary amine
compounds

Dibenzocyclooctyne (DBCO) amine, 2,2,3,3,4,4,4‐Heptafluorobutyl

(CF) amine, and Cyanine‐3 (Cy‐3) amine were dissolved in DMSO.

Kanamycin sulfate, biotin‐polyethylene glycol (biotin) amine, and

methoxypolyethylene glycol (PEG; Mn = 5000Da) amine were dis-

solved in ultrapure H2O. Sortagging reactions (150 µl reaction vo-

lume) were performed with LCI (40 µM), Sa‐SrtA (5 µM), NaCl

(150mM), and CaCl2 (5 mM) in Tris–HCl buffer (pH = 8; 50mM;

Tris–HCl buffer ≥ 58% of total reaction volume). Concentrations of

amine compounds in ligations are listed in Table S3. Ligations with

DBCO, kanamycin sulfate, Cy‐3, and biotin amine were conducted

for 2 h (800 rpm; 20°C), while ligations with CF and PEG amine were

performed for 18 h (800 rpm; 20°C). The success of ligation reactions

was confirmed with matrix‐assisted laser desorption/ionization time‐
of‐flight mass spectrometry (MALDI‐TOF‐MS) with a Bruker

ultrafleXtreme™ MALDI‐TOF/TOF MS spectrometer (BRUKER

DALTONIK GmbH). Therefore, samples were supplemented with

TFA (0.1%), concentrated, and desalted with C18 Millipore® ZipTips

(Merck Millipore Ltd.). Finally, the samples (2 µl) were crystallized

with super‐DHB (50mg/ml) in TA50 (50% ultrapure H2O; 50%

acetonitrile; 0.1% TFA) on a ground steel target

2.6 | MTP binding assay with LCI‐Cy‐3 and
LCI‐biotin

The surface functionalization of LCI‐Cy‐3 and LCI‐biotin was in-

vestigated by PP an MTP binding assay reported by Rübsam, Davari,

et al. (2018) that was modified for detection of Cy‐3 and biotin.

Therefore, ligation reactions were performed as described above. In

deviation from the previous protocol, the reaction time was in-

creased to 18 h to ensure maximum conversion of amine compounds.

For Cy‐3 amine, the surface‐bound LCI‐Cy‐3 was directly detected

fluorometrically in a Tecan Infinite M1000 Pro plate reader (Tecan

Group; excitation: 545 nm; emission: 565 nm; gain: 100; 750 reads

per well). In the case of LCI‐biotin, surface‐bound LCI‐biotin was

detected by incubation with Atto 425‐Streptavidin (Sigma Aldrich;

10 µM; 100 µl). After incubation with Atto 425‐Streptavidin, the

fluorescence was detected in a Tecan Infinite M1000 Pro plate

reader (Tecan Group; excitation: 545 nm; emission: 565 nm; gain:

100; 750 reads per well). A detailed description of the MTP binding

assay with LCI‐Cy‐3 and LCI‐biotin can be found in the Supporting

Information.
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2.7 | Purification of LCI‐DBCO

Separation of LCI‐DBCO from unreacted DBCO and LCI as well as

Sa‐SrtA was achieved through Strep‐tag II affinity purification. Ligation

was performed as described above, except for adjusting the LCI con-

centration (20 µM) and the reaction volume (400 µl). The purification

was conducted with a GE StrepTrap™ HP column (GE Healthcare; 1ml)

following the manufacturer's instructions. The purity of the flow‐
through (containing LCI‐DBCO), wash, and elution fractions (containing

LCI, DBCO, and Sa‐SrtA) was monitored by high‐performance liquid

chromatography (HPLC) with a Nexera X2 HPLC system (Shimadzu

Deutschland GmbH) and MALDI‐TOF‐MS with a Bruker ultra-

fleXtreme™ MALDI‐TOF/TOF MS spectrometer (BRUKER DALTONIK

GmbH). The concentration of purified LCI‐DBCO was determined

through an HPLC calibration curve. A detailed description of LCI‐DBCO
purification can be found in the Supporting Information.

2.8 | Click chemistry and surface functionalization
with purified LCI‐DBCO

Copper‐free azide–alkyne click chemistry functionalization of LCI‐DBCO
was performed before or after surface binding of LCI‐DBCO. In the case

of click chemistry functionalization before surface binding, purified LCI‐
DBCO (10.5 µM; 150µl) was incubated with Cyanine‐3 azide (Sigma

Aldrich; Cy‐3 azide; 100µM; 800 rpm, 18 h, 20°C), and the click reaction

was confirmed with MALDI‐TOF‐MS as described previously. PP, PET,

stainless steel, gold, and silicon were functionalized with LCI‐DBCO‐Cy‐3
by drop coating (50 µl; 10min; RT). Subsequently, drops were removed,

and samples were rinsed with ultrapure H2O (1ml). After drying at RT,

the fluorescence on the surface was analyzed by confocal laser scanning

microscopy (TCS SP8, Leica Microsystems CMS GmbH). Quantification

of LCI‐DBCO‐Cy‐3 surface binding was performed through a PP MTP

binding assay as described previously. In the case of click chemistry

functionalization after surface binding, purified LCI‐DBCO (10.5 µM;

100 µl) was bound to a PPMTP as described above. Unbound LCI‐DBCO
was removed, and surface‐bound LCI‐DBCO was incubated with Cy‐3
azide (50 µM; 100 µl; 600 rpm; 18h). Detection of surface‐bound
LCI‐DBCO‐Cy‐3 was performed as described above. A detailed de-

scription of LCI‐DBCO click chemistry functionalization and surface

binding can be found in the Supporting Information.

2.9 | Purification of LCI‐kanamycin

Separation of LCI‐kanamycin from unreacted kanamycin and LCI as

well as Sa‐SrtA was achieved through Strep‐tag II affinity purification.

Ligation was performed as described above, except for adjusting the

LCI concentration (50 µM) and the reaction volume (1000 µl). The

purification was conducted with a GE StrepTrap™ HP column (GE

Healthcare; 5ml) following the manufacturer's instructions. The purity

of the flow‐through (containing LCI‐kanamycin), wash, and elution

fractions (containing LCI, kanamycin, and Sa‐SrtA) was monitored by

HPLC with a Nexera X2 HPLC system (Shimadzu Deutschland GmbH)

and MALDI‐TOF‐MS with Bruker ultrafleXtreme™ MALDI‐TOF/TOF

MS spectrometer (BRUKER DALTONIK GmbH). The concentration of

LCI‐kanamycin was determined spectrophotometrically at 280 nm.

The MW (6.55 kDa) and extinction coefficient (20970M−1 cm−1) of

LCI‐kanamycin were estimated by using the ProtParam software

(October 2020; https://web.expasy.org/protparam/; Gasteiger et al.,

2005). A detailed description of the LCI‐kanamycin purification can be

found in the Supporting Information.

2.10 | Resazurin microtiter plate assay with
purified LCI‐kanamycin

The resazurin microtiter plate assay (REMA) with Xanthomonas citri

(strain 306 [IBSBF 1594]) was performed according to Silva

et al. (2013). LCI‐kanamycin (25 µM) and LCI (25 µM) were in-

vestigated for antimicrobial activity against X. citri. Kanamycin

(25 µM) and Tris–HCl buffer (pH = 8; 50mM) were employed as

negative control and vehicle control, respectively. To investigate if

the unreacted kanamycin was removed from the LCI‐kanamycin

sample, a kanamycin control reaction (4 mM kanamycin; dissolved in

Tris–HCl buffer: pH = 8; 50mM) was subjected to the same dialysis

conditions used for LCI‐kanamycin as described in the Supporting

Information (purification of LCI‐kanamycin).

3 | RESULTS

The results section is divided into three parts. The first section sum-

marizes the sortagging results of LCI with different primary amine

compounds (Figure 1). The second section presents a purification

strategy for LCI‐amine conjugates (LCI‐DBCO and LCI‐kanamycin)

based on Strep‐tag II affinity purification. The concluding third section

focuses on the functionalization of polymers (PP and PET), metals

(stainless steel and gold), and silicon with amine‐functionalized LCI. The

latter was achieved either through a one‐step (LCI‐Cy3 and LCI‐biotin)
or a two‐step (LCI‐DBCO) surface functionalization strategy. In the case

of the one‐step method, the desired functionality was directly in-

troduced to LCI. In contrast, for the two‐step method, LCI was modified

with a reactive group, which was employed for further functionalization

(azide–alkyne click chemistry; Figure 1).

3.1 | Sortagging of LCI with amine compounds

Sortagging of LCI was achieved with six different amine compounds:

dibenzocyclooctyne amine (DBCO amine), biotin‐polyethylene glycol

amine (biotin amine), Cyanine‐3 amine (Cy‐3 amine), kanamycin,

methoxypolyethylene glycol amine (PEG amine; Mn = 5000Da), and

2,2,3,3,4,4,4‐Heptafluorobutylamine (CF amine).

The LCI variant Y29R/G35R (Rübsam, Rübsam, et al., 2018), which

was engineered for enhanced PP binding, and the Sa‐SrtA variant
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D165Q/D186G/K196V (Zou et al., 2018), which was improved for re-

sistance against dimethylsulfoxide (DMSO), were selected for the de-

velopment of the universal surface functionalization toolbox. In detail,

the latter Sa‐SrtA variant was selected to enable modification of LCI

with hydrophobic amine compounds, which require high concentrations

of co‐solvents like DMSO for solubilization. LCI was C‐terminally

modified with an LPETGKmotif, which was required for sortagging with

amine compounds, and with a Strep‐tag II. The latter was employed for

the purification of LCI‐amine sortagging products (Figure 2). LCI was

expressed and purified as previously reported (Figure S1; Rübsam et al.,

2017). Six different amine compounds, DBCO, biotin, Cy‐3, kanamycin,

PEG (Mn = 5000Da), and CF amine were employed for sortagging of

LCI. Ligations with DBCO, kanamycin, Cy‐3, and biotin amine were

conducted for 2 h, while ligations with CF and PEG amine were per-

formed for 18 h. MALDI‐TOF‐MS, showed functionalization of LCI with

all six amine compounds (Figure S2).

3.2 | Purification of LCI‐amine sortagging
products

Purification of LCI‐amine sortagging products was achieved through

Strep‐tag II affinity purification, and LCI‐DBCO and LCI‐kanamycin

were obtained in high purity (>90%).

Therefore, LCI was C‐terminally equipped with an LPETGK

sorting motif and a Strep‐tag II as described previously. In parallel,

Sa‐SrtA was equipped with an N‐terminal Strep‐tag II (Figure 2). The

modification of LCI with the Strep‐tag II, enabled the separation of

functionalized LCI from nonfunctionalized LCI through Strep‐tag II

affinity chromatography. Within the sortagging reaction, Sa‐SrtA
cleaves the sorting motive, and GK‐ Strep‐tag II is released. Subse-

quently, Sa‐SrtA conjugates the amine compound to LCI‐LPET.
Therefore, the resulting sortagging product LCI‐LPET‐amine does

not contain a Strep‐tag II, and all unwanted side products within the

reaction (unreacted LCI, Sa‐SrtA, and GK‐Strep‐tag II) carry a Strep‐
tag II. The negative purification using Strep‐tag II affinity chromato-

graphy removed all side products containing a Strep‐tag II, and highly

pure LCI‐amine products were obtained (Figure 2). Removal of

Sa‐SrtA from the reaction stopped the sortagging reaction and pre-

vented Sa‐SrtA‐mediated cleavage of the newly formed LCI‐amine

sortagging product (reversibility of the sortagging reaction). The

purity of the LCI‐amine sortagging products was monitored by HPLC,

followed by MALDI‐TOF‐MS analysis to confirm the sortagging

products in the purified fraction. In the case of sortagging with

DBCO amine and kanamycin, highly pure LCI‐DBCO and

LCI‐kanamycin were obtained (purity > 90%; Figures S3 and S4).

3.3 | Surface functionalization with LCI‐amine
compounds: Two‐step versus one‐step strategy

3.3.1 | Surface functionalization using click
chemistry: Two step‐strategy

Surface functionalization with reactive groups for azide–alkyne click

chemistry was performed for PP, PET, stainless steel, gold, and silicon.

F IGURE 1 Schematic representation of AP‐mediated surface functionalization. Different amine compounds can be fused to the AP LCI,
through sortagging, to introduce the desired functionality to the respective surface. LCI‐mediated surface functionalization can be achieved by
two distinct strategies: the desired functionality can be directly introduced to LCI (one‐step strategy), or a reactive group can be installed that
enables further modifications (two‐step strategy; e.g., reactive groups for click chemistry). Structures of LCI and Sa‐SrtA are based on PDB
entries 2B9K and 1T2P [Color figure can be viewed at wileyonlinelibrary.com]
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The latter was achieved using the two‐step surface functionalization

strategy employing LCI‐DBCO, and the the click reaction with the

fluorescent dye Cyanine‐3 azide (Cy‐3 azide) was performed before

surface functionalization. In the case of PP, the click reaction with

Cy‐3 azide was performed before and after surface binding of

LCI‐DBCO.

The two‐step surface functionalization method was in-

vestigated through LCI‐DBCO functionalization of PP, PET,

stainless steel, gold, and silicon. DBCO is a reactive group that

enables copper‐free click chemistry with compounds containing an

azide moiety (Pola et al., 2014). Modification of LCI with DBCO

allowed two different strategies for click chemistry surface func-

tionalization: LCI‐DBCO could be functionalized with the re-

spective azide moiety before or after surface binding of LCI. The

fluorescent dye Cy‐3 azide was selected to detect surface func-

tionalization with LCI‐DBCO. Before surface functionalization

experiments, LCI‐DBCO was purified as described above. The LCI‐
DBCO yield after the purification reaction was 24.8 µg (fraction of

F IGURE 2 Purification strategy for LCI‐amine sortagging products based on Strep‐tag II affinity purification. During sortagging of LCI with
amine compounds, a part of the sorting motif is cleaved off (amino acids GK) together with the Strep‐tag II. The latter facilitates the separation
of LCI‐amine from nonfunctionalized LCI and cleaved sorting motif through affinity chromatography. Furthermore, Sa‐SrtA is removed
simultaneously, which stops the reaction (prevents Sa‐SrtA‐mediated cleavage of newly formed sortagging product) [Color figure can be viewed
at wileyonlinelibrary.com]
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functionalized LCI, which was initially employed in the sortagging

reaction: 49%). To investigate click chemistry surface functiona-

lization of LCI‐DBCO before surface binding, purified LCI‐DBCO

was incubated with Cy‐3 azide, and the click reaction product was

identified by MALDI‐TOF‐MS analysis (Figures 3a and S5). Sub-

sequently, LCI‐DBCO‐Cy‐3 was employed for surface functionali-

zation (drop coating) of PP, PET, stainless steel, gold, and silicon,

followed by a washing step to remove nonbound LCI‐DBCO‐Cy‐3
and Cy‐3 azide. The functionalization of the different surfaces was

visualized by confocal microscopy, and fluorescence was detected

on all surfaces that were functionalized with LCI‐DBCO‐Cy‐3,
while the controls (only containing Cy‐3 azide) exhibited no

fluorescence (Figure 3b). In addition, a control containing non-

functionalized LCI and Cy‐3 azide (to exclude nonspecific inter-

actions between LCI and Cy‐3 azide) was performed for PP

(Figure S6). The results show that all tested surfaces were func-

tionalized by LCI‐DBCO‐Cy‐3. Confocal microscopy revealed

especially strong fluorescent intensities (corresponds to higher

coating density) for the polymers PP and PET when compared with

stainless steel, gold, and silicon. In addition, a PP 96‐well MTP AP

binding assay (Rübsam, Davari, et al., 2018) was modified to detect

surface‐bound LCI‐DBCO‐Cy‐3. Therefore, LCI‐DBCO‐Cy‐3 was

bound to a PP MTP, followed by multiple washing steps (buffer

and nonionic surfactant Triton X‐100) to remove nonbound

LCI‐DBCO‐Cy‐3 and unreacted Cy‐3 azide. Reactions containing

Cy‐3 azide, LCI, and DBCO were employed as controls. The results

showed significantly higher fluorescence values (~5.2‐fold) for

wells coated with LCI‐DBCO‐Cy‐3 (Figure 4a) compared with the

controls. To investigate if LCI‐DBCO was also accessible for click

chemistry functionalization after surface binding, the aforemen-

tioned PP MTP binding assay was modified to detect click chem-

istry on the polymer surface. LCI‐DBCO was bound to a PP MTP,

followed by multiple washing steps to remove nonbound LCI‐
DBCO. Subsequently, surface‐bound LCI‐DBCO was incubated

with Cy‐3 azide. After multiple washing steps to remove unreacted

Cy‐3 azide (buffer and nonionic surfactant Triton X‐100), the

fluorescent signal was recorded. Reactions containing Cy‐3 azide,

LCI, and DBCO were employed as controls. The results showed

significantly higher fluorescence values (~3.9‐fold) for wells

coated with LCI‐DBCO (Figure 4b) compared to the controls. The

latter shows that click chemistry can also be performed after

surface binding of LCI‐DBCO.

F IGURE 3 Surface functionalization of PP, PET, stainless steel, gold, and silicon through LCI‐DBCO. (a) Click chemistry functionalization of
LCI‐DBCO with Cy‐3 azide. (b) Confocal microscopy analysis of surfaces functionalized with LCI‐DBCO‐Cy‐3. Reactions containing Cy‐3
azide were employed as controls. The white scale bars represent 250 µm for PP, PET, gold, and silicon, and 75 µm for stainless steel. The
structure of LCI is based on the PDB entry 2B9K [Color figure can be viewed at wileyonlinelibrary.com]
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3.3.2 | Direct surface functionalization: One‐step
strategy

Surface functionalization of PP with Cy‐3 and biotin was performed

through the one‐step surface functionalization strategy (direct

modification of LCI with the desired functionality).

As an alternative to the click chemistry surface functionali-

zation approach (two‐step strategy), the desired functionality can

also be directly introduced to LCI (one‐step strategy). This com-

plementary approach can be used when the respective compound

is not available with a reactive group designed for click chemistry

(e.g., natural substances) or if its functionality could be affected by

click chemistry (modification with reactive groups for click

chemistry; click reaction product). Therefore, LCI was modified

with Cy‐3 and biotin amine through sortagging. In deviation from

the previous protocol, the reaction time was increased to 18 h to

ensure maximum conversion of amine compounds. Subsequently,

the functionalization of PP by LCI‐Cy‐3 or LCI‐biotin was in-

vestigated by the previously described PP MTP binding assay. LCI‐
Cy‐3 and LCI‐biotin were bound to PP MTP plates without further

purification. After the initial binding step, nonbound LCI‐Cy‐3,
LCI‐biotin, Sa‐SrtA, and unreacted Cy‐3 and biotin amine were

removed by multiple washing steps (nonionic surfactant Triton

X‐100 and/or buffer). Reactions containing Cy‐3 or biotin amine,

LCI, and Atto 425‐Streptavidin were employed as controls. The

surface functionalization with LCI‐Cy‐3 was directly detected

fluorometrically. The results showed significantly higher fluores-

cence for LCI‐Cy‐3 compared to the controls (~4.4‐fold), proving a

successful surface functionalization with Cy‐3 (Figure 5a). The

detection of nonfluorescent LCI‐biotin required a second incuba-

tion step with fluorescent Atto 425‐Streptavidin after the initial

binding step. After washing (buffer and nonionic surfactant Triton

X‐100) to remove nonbound Atto 425‐Streptavidin, the reactions

with LCI‐biotin showed higher fluorescence values than the con-

trols (~11.6‐fold). The latter proves a surface functionalization

with biotin (Figure 5b).

4 | DISCUSSION

Universal functionalization of a broad range of different materials

and surfaces with a plethora of functionalities through a uni-

versally applicable surface functionalization technology or toolbox

is of utmost importance for material science, biotechnological

applications, and medical science. Universal APs, such as LCI, en-

able oriented immobilization on different surfaces (e.g., polymers,

metals, silicon‐based materials, and natural surfaces; Dedisch

et al., 2019, 2020; Meurer et al., 2017; Rübsam et al., 2017).

Sortagging enables bioconjugation with high selectivity and

homogeneity (Dai et al., 2019). The combination of sortagging and

LCI is a powerful toolbox technology to introduce a plethora of

functionalities to a broad portfolio of different materials and

surfaces by a single surface functionalization methodology. This

toolbox allows for a one‐ or two‐step surface functionalization

strategy. In the case of the one‐step method, the desired func-

tionality can directly be introduced to LCI, while for the two‐step
method, LCI can be modified with a reactive group, which allows

for further functionalization (e.g., employing click chemistry;

Figure 1).

F IGURE 4 Click reaction of LCI‐DBCO with Cy‐3 azide before
and after surface functionalization of PP. Reactions containing
DBCO amine, LCI, and Cy‐3 azide were employed as controls. (a) PP
MTP binding assay of LCI‐DBCO‐Cy‐3; the click reaction of
LCI‐DBCO with Cy‐3 azide was performed before binding of
LCI‐DBCO to the PP surface. (b) PP MTP binding assay of LCI‐DBCO;
the click reaction of LCI‐DBCO with Cy‐3 azide was performed after
binding of LCI‐DBCO to the PP surface
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Sortagging of LCI was performed for six different amine com-

pounds (Figure S2), and purification of LCI sortagging products was

achieved for LCI‐DBCO and LCI‐kanamycin (Figures S3 and S4).

The two‐step surface functionalization strategy was investigated

through click chemistry surface functionalization (LCI‐DBCO) of PP,

PET, stainless steel, gold, and silicon. The results showed that all

tested surfaces were functionalized by LCI‐DBCO‐Cy‐3, but

especially strong fluorescent intensities (corresponds to higher

coating density) were detected for the polymers PP and PET when

compared with stainless steel, gold, and silicon. The engineered LCI

variant (Y29R/G35R) was evolved for strong binding to polymers

(Rübsam, Davari, et al., 2018), which is supported by these results.

Furthermore, the LCI‐DBCO‐Cy‐3 functionalization of PP, PET,

stainless steel, gold, and silicon was in good agreement with pre-

viously reported results for LCI binding (Dedisch et al., 2020). If the

adhesion of LCI to gold, stainless steel, or silicon should be promoted,

the binding strength and selectivity of LCI can be tailored by

methodologies of directed evolution (e.g., KnowVolution or PePevo;

Rübsam, Davari, et al., 2018; Rübsam, Weber, et al., 2018). The click

reaction with Cy‐3 azide was performed efficiently before or after

surface binding of LCI‐DBCO, which shows that LCI is suitable to

direct surface functionalization with DBCO in an oriented manner. In

this study, Cy‐3 azide was employed as a fluorescent probe, which

can readily be replaced by other molecules containing an azide

moiety or LCI can be functionalized with an azide moiety to facilitate

click reactions with alkyne compounds and extend the substrate

scope.

In the case of the one‐step surface functionalization strategy, PP

was successfully functionalized with Cy‐3 and biotin. LCI was also

functionalized with CF amine, PEG amine, and kanamycin.

Antibacterial surface coatings play a pivotal role in introducing an-

tifouling and bactericidal properties to materials applied in the

medicine and food industry (Hasan et al., 2013). Functionalisation of

LCI with antibiotic molecules such as kanamycin could open new

ways to introduce antibiotic functionalities to a broad range of ma-

terials. Before the investigation of the antimicrobial activity,

LCI‐kanamycin was purified as described previously. The LCI‐
kanamycin yield after the purification reaction was 108.1 µg (fraction

of functionalized LCI, which was initially employed in the sortagging

reaction: 32%). Investigations of the antimicrobial activity against X.

citri showed that the modification of LCI with kanamycin increases

the antimicrobial activity of LCI in solution (Figure S7). Investigations

of the application potential for antibacterial surfaces yet remain to

be performed in the future. Furthermore, surface functionalization

with CF or PEG amine could allow to tune the surface hydrophilicity

(PEG amine) and hydrophobicity (CF amine). Surface PEGlyation is a

universally applicable technique for increasing the hydrophilicity and

biocompatibility of different materials (Alcantar et al., 2000) while

fluorine‐based surface coatings are reported to promote surface

hydrophobicity (Favia et al., 2003).

5 | CONCLUSION

In essence, we have shown that the one‐ or two‐step strategy for AP‐
mediated surface modification, enables a universal functionalization

of a broad range of chemically different materials and surfaces with a

plethora of functionalities under mild reaction conditions. Sortagging

makes the combination further attractive due to its high selectivity

and orthogonality. We developed a broadly applicable coating

F IGURE 5 PP MTP binding assay of LCI‐Cy3 and LCI‐biotin.
Reactions containing the amine, LCI, and Atto 425‐Streptavidin were
employed as controls. (a) PP MTP binding assay with LCI‐Cy‐3.
(b) PP MTP binding assay with LCI‐biotin
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platform as a toolbox for the functionalization of chemically non‐
modified PP and PET and likely other substrates (e.g., metals and

silicon‐based); in addition, the authors are convinced that the toolbox

character of both strategies will pave the way to new coatings with

unique properties and will therefore find broad applications.
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The development of efficient and environmentally friendly plant protection
systems is one of the major challenges for a sustainable agriculture of the
future. Citrus canker caused by the pathogen Xanthomonas citri subsp. citri
(X. citri) affects all cultivated citrus species worldwide and is responsible for
enormous economic losses and restrictions in international trade. Currently
used commercial copper-based formulations are the origin of contamination
for soil and groundwater, affecting local ecosystems and human health. A
copper-free sustainable microgel-based plant protection system able to
efficiently combat X. citri is developed. Microgels decorated with anchor
peptides exhibit strong non-covalent attachment to the surface of orange
leaves and have the ability to release hexyl gallate, which inhibits the growth
and spreading of pathogens. The tailored design of the microgel network
allows high loadings of hexyl gallate (up to 40 wt.%) and a controlled release
of gallates from microgels that provide long-term protection. The antibacterial
activity of the hexyl gallate-loaded microgels is demonstrated by various in
vitro assays as well as on orange plants in greenhouse settings. The
experimental results suggest that the developed sustainable microgel-based
plant protection system for citrus trees allows efficient abatement of X. citri
and reduces environmental pollution caused by copper formulations.
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1. Introduction

Citrus plants originated in tropical and sub-
tropical Southeast Asia, and citrus fruits are
known to be rich in bioactive compounds
and vitamin C, and are considered a rich
source of nutrients for the human body.[1]

According to the latest survey by the Food
and Agriculture Organization of the United
Nations (FAOSTAT), the three largest citrus
producers in the world are China, Brazil,
and India, respectively.[2] Brazil is the world
leader in sweet orange production and the
biggest exporter of orange juice in an eco-
nomic activity that generates thousands
of jobs and ≈2 billion dollars/year of in-
come revenue.[3,4] However, concerns for
the citrus-producing countries include the
diseases that affect citrus cultivars causing
great losses for the orange juice industry.
Bacterial diseases, in particular, represent
constant threats to citriculture, beingHuan-
glongbing (HLB) and citrus canker the
main ones and they are responsible for sig-
nificant reductions in citrus production.[5,6]
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Citrus canker is caused by the Gram-negative bacterium Xan-
thomonas citri subsp. citri (X. citri). The disease is spread by wind
and rain, contaminating plants in the surroundings and also new
and distant areas in the vicinities.[7–9] In severe cases, the in-
fection by X. citri can lead to defoliation and consequently fruit
drop.[7,9,10] Once the plant or fruit is infected, lesions appear in
the plant tissues, characterized as cortical, circular, and salient le-
sions, with a yellowish or brown color and eruptive appearance.[9]

In addition, the commercialization of fruits contaminated with
X. citri is prohibited, since citrus canker is considered a quarente-
nary disease.[11,12]

Citrus canker is now endemic in the largest orange-producing
area in Brazil, the state of São Paulo, which composes the Brazil-
ian citrus belt. The control of the disease in this state is ex-
erted by combined agricultural practices including recurrent
sprays of copper solutions in the orchards. Copper has been used
in agriculture for over 160 years in the management of plant
diseases.[13] However, the massive use of copper in agriculture
has raised concerns about its consequences, being some neg-
ative aspects already associated with diseases in humans, such
as Alzheimer’s.[14] The copper ions are generally immobile in
the soil. Therefore, the continuous spraying of copper results in
metal accumulation in the soil, reaching toxic levels for living
organisms, and causing stress on plants. In addition, high lev-
els of copper can impact the biodiversity of the soil/water micro-
biota, which can consequently reduce the soil fertility and water
quality.[14–16] Copper can also accumulate throughout the food
chain, contaminating and impacting many animals and plants.
For these reasons, organic farmers are increasingly trying tomin-
imize the use of copper.[17] The identification of genes able to
confer resistance to copper in some X. citri isolates,[18] added to
the negative impact of excess copper in agriculture, supports the
necessity for alternatives for disease management, reducing or
even replacing the application of copper in the field.
Among the possible alternatives to copper, esters of gallic acid

(gallates) have been studied and applied as inhibitors of X. citri
in vitro and in vivo under controlled conditions.[19–22] However,
the gallates studied so far have insufficient water solubility for
spray applications and poor foliar fixation to ensure a prolonged
bacterial inhibition effect after the application, which hampers
their direct application as agricultural defensives.
Microgels are colloidal 3D polymer networks, that combine

properties of rigid particles and flexible macromolecules.[23–26]

Stimuli-responsive microgels are able to reversibly change their
swelling degree in response to environmental stimuli, such as
changes in temperature,[27] pH,[28] light,[29] ionic strength,[30] or
mechanical force.[31,32] The porous internal structure, small size,
and colloidal stability in aqueous solutions render microgels per-
fect candidates as carriers for the delivery of active molecules.
The molecular engineering of the microgel interior allows inte-
gration of charges[33,34] or hydrophobic domains[35,36] to ensure
the loading of drugs,[37] peptides, or proteins.[38] The release of
the payload can be controlled by pH, temperature, or degrada-
tion of cross-links.[37,39]

Recently, we demonstrated that microgels decorated with an-
chor peptides exhibit strong and selective binding to leaves of
cucumber plants.[40] Anchor peptides are adhesion-promoting
peptides, with sizes ranging from 20–100 amino acids, and en-
able surface functionalization at room temperature using awater-

based solution.[40–42] The anchor-peptide concept is based on nat-
ural antimicrobial peptides, which interact with biological mem-
branes, due to their amphipathic structure,[43] considered essen-
tial for their binding and insertion intomicrobial membranes.[44]

It has been shown that microgels decorated by anchor peptides
can serve as carriers for the delivery of micronutrients to Fe3+-
deficient plants.[40]

In terms of sustainable crop protection, three major areas con-
verge: i) mechanical protection measures, ii) biological, and iii)
chemical technologies.[45] Biological technologies include meth-
ods to make plants genetically more resistant to pathogens and
thus reduce the use of additional pesticides,[46] as well as iden-
tifying natural enemies and competitors.[45] The goal of chemi-
cal crop protection is to produce insecticides, pesticides, fungi-
cides, and herbicides.[45] For some time, however, more sustain-
able concepts have increasingly come into focus. In this context,
natural products have played an important role in the develop-
ment in the past and are still a continuous source of innovation in
the discovery of crop protection products.[47] One of the most in-
novative methods of crop protection is the development of nano-
sized pesticides and nanocarriers, such as the sustainably gener-
ated cellulose nanocrystals.[48]

Thus, this work aimed to synthesize and evaluate the potential
of hexyl gallate (G6) loadedmicrogels decorated with anchor pep-
tides as an alternative to copper formulations for the protection of
citrus plants against X. citri infection. In the present work, micro-
gels with covalent and supramolecular cross-links were synthe-
sized and characterized in terms of their chemical composition
(quantitative Raman spectroscopy), size and size distribution (dy-
namic light scattering (DLS)), morphology (electron and atomic
force microscopy) and surface charge (electrophoretic light scat-
tering (ELS)). In order to guarantee strong adhesion to the leaf’s
surface, an anchor peptide has been selected for the attachment
on the wax of the orange tree leaves. The successful conjugation
of the anchor peptide to microgels was investigated by fluores-
cence spectroscopy and confocal microscopy. The loading and
the release of the antimicrobial active component G6 were in-
vestigated using quantitative 1H-NMR spectroscopy. Finally, the
antimicrobial activity against the X. citri was examined and vali-
dated using in vitro microbiological analyses, and subsequently
plant protection tests in greenhouse scale.

2. Results and Discussion

The present work aimed to develop amicrogel-based plant protec-
tion system for citrus plants against infection by the citrus canker
causative agent X. citri. (Scheme 1). The use of microgels for
the encapsulation of the hydrophobic, antimicrobial compound
G6 enables the use of aqueous dispersions for application onto
plants in the orchards.
As shown in Scheme 1, we selected two types of microgels

for this study: covalently cross-linked, non-degradable micro-
gels and physically cross-linked, pH-degradable microgels. We
hypothesize that the nature of the cross-links in microgels will
influence the release of active molecules and their degradability.
To provide a strong binding to the leaves of orange trees, the
microgels were decorated with anchor peptides, which showed
the strongest binding to the wax of orange leaves. Subsequently,
the microgel/anchor peptide conjugates were loaded with the
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Scheme 1. Schematic illustration showing the innovative approach to protect citrus against X. citri using hexyl gallate-loaded microgels as substitute of
environmentally harmful copper formulations.

bio-based, antimicrobial active compound G6. Applied on the
orange tree they should release the G6 slowly and steadily to pro-
vide a long-term protection. The anchor peptides should enhance
the binding to the leaf surface and improve the rain fastness for
long-term protection, which is one of the major advantages of
the encapsulation into the microgel-anchor peptide conjugates.

2.1. Synthesis and Characterization of Microgels

Poly(N-vinylcaprolactam) (pVCL)-based microgels were synthe-
sized using free-radical precipitation polymerization in water
with 2,2′-azobis(2-methylpropionamidine) dihydrochloride (V-
50) as initiator (Figure 1a). A small amount of the comonomer
glycidyl methacrylate (GMA) was used in the microgel synthe-
sis to integrate reactive epoxy groups into the microgel struc-
ture. The addition of GMA to the polymerization mixture was
performed in a semi-batch synthesis to ensure a good accessi-
bility and localization of epoxy groups in the outer shell of the
microgels.[38] These functional groups were used to bind the an-
chor peptide covalently to themicrogels via reactionwith the thiol
group of the amino acid cysteine within the eGFP-anchor peptide
fusion protein.
To synthesize non-degradable microgels the most widely used

covalent cross-linker N,N’-methylenebisacrylamide (BIS) was
used. To synthesize physically cross-linked, degradablemicrogels
the nature-derived polyphenol tannic acid (TA) was selected. The
polymerization routes to synthesize microgels used in this study
are shown in Figure 1a.

To ensure that the epoxide ring of GMA is not undergoing an
acid catalyzed ring opening due to the presence of TA during
the microgel synthesis, 1H NMR stability tests were performed
at 25 °C (room temperature) and 70 °C (polymerization tempera-
ture) (Figure S1, Supporting Information). Following the signals
at a chemical shift of 3.44 ppm, indicating an intact epoxide ring,
in all 1H-NMR spectra, it is concluded that the presence of TA is
not causing significant ring opening of the epoxide moiety at a
reaction temperature of 70 °C.
The chemical composition of the microgels was characterized

by Raman spectroscopy (Figure S2, Supporting Information).
The characteristic signals of the VCL units correspond to the C-
H vibrations at a wavenumber of 2930 cm−1 and the C═O vibra-
tions at a wavenumber of 1625 cm−1. The characteristic signal of
the GMA units can be found at a wavenumber of 1729 cm−1 that
corresponds to the C═O group. For TA, however, the character-
istic signals are located in a similar range at 1711 cm−1 for the
C═O groups and at a wavenumber of 1615 cm−1 for C─C and
C═C bonds. Figure 1b presents the quantitative contents of key
components in microgels indicating that the experimentally de-
termined values are in good agreement with the expected ones.
The calibration curve to determine GMA contents in pVCL mi-
crogels was taken from the literature.[38] The calibration curve for
the quantification of the TA content is given in Figure S3 (Sup-
porting Information). Higher GMA contents in microgels can be
explained by incomplete VCL conversion and loss of non-cross-
linked pVCL chains during the dialysis step. DLS data presented
in Figure 1c indicate that BIS-cross-linked microgels are larger
compared to TA-cross-linked ones that can be explained by the
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Figure 1. Microgel synthesis and characterization; a) reaction scheme of the semi-batch precipitation polymerization of covalently cross-linked
pVCL/pGMA/BIS-, and physically cross-linked pVCL/pGMA/TA-microgels, b) quantified contents of comonomer GMA and cross-linker TA obtained
by Raman spectroscopy, and c) size distribution curves obtained by DLS measurements at a scattering angle of 174.7°, N = 3.

use of small amounts of surfactant for the latter one as well as
by the stabilizing ability of TA molecules (Figure S4, Supporting
Information). The synthesized microgels exhibit temperature re-
sponsiveness reflected in the reversible change of the swelling
degree as a function of the temperature (Figure S5, Supporting
Information). DLSmeasurements performed in the temperature
range of 20–60 °C indicate that both microgel types exhibit a vol-
ume phase transition temperature (VPTT) ≈34 °C, which is a
characteristic property of pVCL-based microgels[49] (Figure S6,
Supporting Information). The TA-cross-linked microgel exhibits
a strong negative charge as determined by ELS (Figure S7, Sup-
porting Information). Both microgel samples exhibit excellent
colloidal stabilities due to the combination of steric and electro-
static stabilization. The pH-induced degradation of pVCL-based
microgels cross-linked with TA has been demonstrated several
times in the literature.[39] In the case of pVCL/pGMA/TA micro-
gels, simply increasing the pH to strongly alkaline conditions
failed to detect the degradation as long as an aqueous system
was measured using DLS. This is likely due to the hydropho-
bic comonomer GMA stabilizing the polymer network by for-
mation of physical cross-links. Nevertheless, a small increase in
size and PDI is observed (Figure S8, Supporting Information).
Upon dispersion in DMSO, the size as well as the PDI of mi-
crogels increase significantly. In addition, a second small peak is

observed, indicating degradation. When the microgels are first
dispersed in alkaline medium and the dispersion is then dis-
persed in DMSO, degradation is clearly observed (Figure S8,
Supporting Information). Under alkaline conditions TA is de-
protonated and thus the microgel network is no longer cross-
linked. GMA dissolves well in DMSO, therefore this medium
is suitable to show that the microgel degradation is taking
place.

2.2. Selection of Anchor Peptides

The negative control eGFP and five selected anchor peptides
Macaque histatin (MacHis), LCI, Plantaricin A, hDermcidin
(hDerm), and Spinigerin fused to eGFP were used to test their
ability to bind to the surface of orange leaves, through the analysis
of the fluorescent signal of the eGPF using confocal fluorescent
microscopy (Figure 2). In these experiments, we focused on the
abaxial side of the leaves, one of the main entry points of X. citri
is through the stomata. MacHis did not bind to the orange leaves,
while LCI, Plantaricin A and Spinigerin showed a weak binding
to the leaves. The anchor peptide hDerm showed the strongest
binding to the leaves and was therefore chosen for the microgel
decoration. For the conjugation of the anchor peptide with the
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Figure 2. Confocal microscopy images of abaxial side of an orange leaf after washing the anchor peptides fused to eGFP (scale bars 500 μm).

microgel, a –SH group present on the eGFP (Cys48) is freely ac-
cessible for the conjugation with the epoxide group of the GMA
moieties within the microgels structure.

2.3. Post-Functionalization and Loading of Microgels with
Anchor Peptides and Antimicrobial Compound

The post-functionalization of the microgels was performed in
two steps, first the decoration with the anchor peptides and
then subsequently the loading with the antimicrobial active com-
pound G6 (Figure S9, Supporting Information).
For the decoration with the anchor peptide hDerm, the micro-

gels were dispersed in TRIS buffer (50 mM, pH 8) before the
anchor peptide was added. Here, the coupling of the anchor pep-
tide hDerm to the microgels was achieved by a click reaction be-
tween the accessible epoxide moieties of the comonomer GMA
and the thiol group of the cysteine in the eGFP-anchor peptide
fusion protein (Figure S9a, Supporting Information).
Laser scanning confocal microscopy (Figure 3a) showed that

anchor peptides were grafted onto the microgels (fluorescence
image). In addition, it can be confirmed that microgels do not
form aggregates in aqueous dispersions (brightfield image).
Purified microgels and microgel anchor peptide conjugates

were diluted to the samemass concentration and analyzed by the
fluorescence signal obtained at 485 nm excitation and 520 nm
emission in a microtiter plate (MTP) (Figure 3b). Here, it can
be seen that pVCL/pGMA/BIS/hDerm microgels show a more
intense signal (≈2-fold) than pVCL/pGMA/TA/hDerm micro-
gels, indicating that pVCL/pGMA/BIS/hDerm microgels could
bind more of the anchor peptide hDerm_eGFP. This suggests
that there are maybe not as many accessible GMA groups on

the surface of the pVCL/pGMA/TA microgels as there are on
the surface of the pVCL/pGMA/BIS microgels. If the epox-
ide groups are not located on the microgels surface it is steri-
cally difficult for the bulky eGFP anchor peptide fusion proteins
to bind to the microgels. Another aspect explaining the more
intense signal of pVCL/pGMA/BIS/hDerm microgel conju-
gates compared to pVCL/pGMA/TA/hDermmicrogel conjugates
could be the higher amount of incorporated GMA (Figure 1b).
More conjugated anchor peptide could positively influence
the binding strength of the microgel conjugates to the leaf
surface.
In previous studies, it was reported that anchor peptides

bind to the cuticular wax of leaves.[40,50] To evaluate the
binding strength of the microgel anchor peptide conjugates,
pVCL/pGMA/BIS/hDerm and pVCL/pGMA/TA/hDerm, to or-
ange tree leaves an MTP assay was performed with wells con-
taining orange leaf cuticular wax. Initial binding as well as bind-
ing after two washing steps with water was analyzed by the flu-
orescence signal of bound hDerm_eGFP obtained at 485 nm
excitation and 520 nm emission (Figure S10, Supporting In-
formation). Here, similarly to the dispersions of microgel an-
chor peptide conjugates (Figure 3b), the signal intensity ob-
tained was ≈2-fold more intense for pVCL/pGMA/BIS/hDerm
microgel conjugates. Normalization to the fluorescence sig-
nal of the microgel conjugates, that initially bound to the
wax in the MTP assay, visualizes the relative reduction after
each of the two washing steps and allows a comparison of
the rain fastness for the pVCL/pGMA/BIS/hDerm- and the
pVCL/pGMA/TA/hDerm microgel conjugates. During the two
simulated rain events no significant difference in wash-off be-
tween pVCL/pGMA/BIS/hDerm- and pVCL/pGMA/TA/hDerm
microgel conjugates was observed. Obtained results show that
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Figure 3. Characterization of microgel anchor peptide conjugates and microgel morphology before and after each step of post-functionalization: a)
confocal images of pVCL/pGMA/BIS/hDerm-microgels, b) fluorescence intensity of microgel anchor peptide conjugates, N = 3, c) leaf binding assay
of microgel anchor peptide conjugates on extracted wax from orange tree leaves showing the relative reduction by normalization to the fluorescence
signal of the initially bound microgel anchor peptide conjugates and the residual fluorescence after two washing steps, N = 3 and d) Microgel mor-
phology in dry state of pVCL/GMA/BIS-, pVCL/pGMA/BIS/hDerm-, pVCL/pGMA/BIS/hDerm/G6- and pVCL/GMA/TA-, pVCL/pGMA/TA/hDerm- and
pVCL/pGMA/TA/hDerm/G6-microgels obtained by electron microscopy.
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microgels were bound in a rain-fast manner to the cuticular wax
of orange tree leaves (Figure 3c).
This technique can also be used to demonstrate the enhanced

binding of microgel anchor peptide conjugates compared to
undecorated microgels. Since pure pVCL/pGMA/TA microgels
show an autofluorescence at an excitation wavelength of 485 and
520 nm emission (Figure 3b), which is also used to excite eGFP,
they can be compared with pVCL/pGMA/TA/hDerm microgel
conjugates in terms of their binding strength to orange tree leaf
wax in two subsequent washing steps (Figure S11, Supporting In-
formation). It can be seen qualitatively that the pVCL/pGMA/TA
microgels also bind to the wax by themselves. However, in the
normalized data (Figure S11b, Supporting Information), a faster
wash-off of the undecorated microgels is observed. Based on
the observed trend, it appears that the amount of anchored
pVCL/pGMA/TA/hDermmicrogel conjugates levels off with fur-
ther washing steps, while the undecorated pVCL/pGMA/TA mi-
crogels continue to be washed off. This clearly shows that con-
jugation with the anchor peptide hDerm_eGFP leads to an im-
proved rain fastness of microgels on orange tree leaf wax. For
BIS cross-linked microgels, this comparison is not applicable, as
no fluorescent signal is present (Figure 3b).
The loading of the microgel conjugates with the antimicrobial

compound G6 was performed using the aqueous microgel dis-
persion. The chemical structure of G6 as well as the correspond-
ing NMR spectra are shown in Figures S12 and S13 (Supporting
Information). G6 was added and dissolved in DMSO (2.4 wt.%)
in a concentration of 1 mg G6 per 1 mg of microgel. For the up-
take of G6, several binding mechanisms are conceivable. On one
hand, we foresee the formation of hydrogen bonds between the
hydroxyl groups of the G6 and the carbonyl group of the pVCL.
On the other hand, the hydrophobic interactions between lactam
rings of pVCL and linear alkyl chains of G6 may take place. Also,
𝜋–𝜋 stacking of the aromatic rings present in G6s structure is
possible at high loadings. We hypothesize that the combination
of these molecular interactions leads to surprisingly high load-
ings of G6 in microgels. The stability of G6 under UV light was
demonstrated by exposing G6 dissolved in DMSO-d6 to the radi-
ation of an LED lamp with a wavelength of 365 nm for ≈26 h.
The resistance of its chemical structure was determined by NMR
spectroscopy (Figure S14, Supporting Information).
The loading was at first characterized qualitatively using Ra-

man spectroscopy (Figure S15, Supporting Information). It can
be clearly seen that the signal intensity of the characteris-
tic signals from G6 is increased drastically, suggesting a suc-
cessful high loading of G6. Additionally, the G6 content was
quantified via 1H-NMR spectroscopy using an internal standard
(Figure S16, Supporting Information). For the quantification the
peak corresponding to the aromatic H-atoms of the internal stan-
dard dimethyl terephthalate (DMT) at a chemical shift of≈8 ppm
as well as the peak corresponding to the aromatic H-atoms of the
antimicrobial active compound G6 at a chemical shift of ≈7 ppm
have been used. Based on the integration of these two peaks the
mass of the active compound mAcCo, namely mG6, was calculated
using Equation S1 (Supporting Information). The loading degree
was subsequently calculated in percent using Equation S2 (Sup-
porting Information). For both microgel systems high loading
degrees of ≈44 % were achieved (pVCL/pGMA/BIS: 43.6 % and
pVCL/pGMA/TA: 44.0 %).

Furthermore, the microgels have been characterized after the
synthesis and after each step of post-functionalization with DLS
and ELS (Figure S17, Supporting Information). It can be seen,
that for bothmicrogel systems, the size increased slightly, and the
size distribution decreased after the decoration with the anchor
peptide hDerm, probably due to improved steric stabilization and
better colloidal stability. The loading with the hydrophobic G6,
however, caused the opposite trend. The microgel size decreased
due to deswelling provoked by the loading of amphiphilic gallate
molecules. At the same time, the increase in size distribution in-
dicates the formation of microgel aggregates.
In addition to DLS and ELSmeasurements performed in aque-

ous solutions, while electron microscopy (STEM and SEM) and
atomic forcemicroscopy (AFM) were performed for characteriza-
tion ofmicrogel samples in dry state (Figure 3). It is obvious from
Figure 3a (SEM and STEM images) that the microgels change
their morphology, in particular after G6 loading. The microgels
loaded with gallates appear more rigid and dense compared to
their non-loaded analogs. This is also supported by the strong
reduction of deformability of the microgels (diameter:height ra-
tio) after gallate loading derived from the AFM measurements
(Figure S19e, Supporting Information). There is barely an influ-
ence due to the decoration with anchor peptides, but after the
loading with G6, themicrogels exhibit a strong increase in height
(and reduction of diameter:height ratio) once coated on a sur-
face. Even though the precise values differ for the two micro-
gels used in this study, their behavior is very similar (Figure S19,
Supporting Information). The corresponding AFM images are
in accordance with the results obtained by electron microscopy
(Figure S18, Supporting Information).

2.4. Release of Antimicrobial Hexyl Gallate

The release of the antimicrobial active compound hexyl gallate
was investigated in aqueous solutions. G6-loadedmicrogels were
filled into dialysis tubes and dialyzed for up to 22 days against
demineralized water adjusted to different pH values and at dif-
ferent temperatures (Figure 4a). The conditions were chosen to
mimic the field conditions to that G6-loaded microgel carrier
systems are exposed to when applied to tree leaves in orchards.
Slightly acidic (pH 5) and neutral (pH 7) conditions were chosen
to mimic rain at ambient temperature (25 °C). In addition, con-
ditions of scientific interest were chosen, such as a strong acidic
and alkaline pH of 3 and 9, respectively, to study the influence of
the pH value, or an elevated temperature of 50 °C to assess the
influence of the collapsed state of the microgels.
The release of G6 is comparable for the two differ-

ent G6-loaded microgels pVCL/pGMA/BIS/hDerm/G6 and
pVCL/pGMA/TA/hDerm/G6 over the duration of 175 h at pH 7
and 25 °C (Figure 4b). The release of G6 from G6-loaded mi-
crogels pVCL/pGMA/TA/hDerm/G6 was evaluated in the pH
range from 3 to 9 (Figure 4c). Especially interesting with regard
to the field application are the experiments at pH 5 and pH 7
(relevant pH range of rain). It can be clearly stated that an in-
crease in pH promotes the release of G6. In the neutral pH range
(pH 5 and pH 7) there is basically no significant difference de-
tectable. At a pH of 9, a release of ≈100 % was reached after
22 days. Knowing that this pH is rather unlikely for the intended
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Figure 4. Release of the antimicrobial component G6 from G6-loaded microgels determined using quantitative 1H-NMR spectroscopy; a) schematic
illustration of the experimental setup, b) comparison of release kinetics of G6 from non-degradable pVCL/pGMA/BIS/hDerm/G6-microgels and pH-
degradable pVCL/pGMA/TA/hDerm/G6-microgels for 4 days at mild conditions (pH 7 and 25 °C), c) release of G6 from pVCL/pGMA/TA/hDerm/G6-
microgels as a function of pH at 25 °C and d) release of G6 from pVCL/pGMA/TA/hDerm/G6-microgels as a function of temperature and pH.

application, it still shows that a complete release of the antimi-
crobial active compound is possible. However, more important is
that in the relevant pH range of 5–7 only 25 % of G6 are released
after 22 days indicating the possibility of long-term protection of
plants.
The influence of temperature on the release kinetics of G6

from the G6-loaded microgels pVCL/pGMA/TA/hDerm/G6 is
shown in Figure 4c. Generally, it can be stated that the mi-
crogels are in their swollen form at 25 °C. At 50 °C, how-
ever, they are in their collapsed form. An increase in temper-
ature promotes the G6 release from the G6-loaded microgels.
At a pH of 5, the release was increased from 38 % at 25 °C
to 79 % at 50 °C after 22 days. For a pH of 9 a release of
100 % is reached after 22 days at 25 °C and after only 3 days
at a temperature of 50 °C. These experimental results indicate
that at higher temperatures and high humidity, which typically
promote bacterial growth, more antibacterial agents can be re-
leased due to temperature-responsiveness of microgels provid-
ing intrinsic self-regulation function for the plant protection
system.
The release of G6 from G6-loaded, non-degradable, cova-

lently cross-linked pVCL/pGMA/BIS/hDerm/G6-microgels, was
examined at mild conditions (pH 7 and 25 °C) for 6 days
(Figure S20, Supporting Information).
The release of G6 from pVCL/pGMA/TA/hDerm/G6 micro-

gels was also tested in the presence of salt to assess the in-
fluence of saline solutions used in the in vitro antimicrobial
assays. For these experiments an isotonic salt concentration

was chosen at neutral pH and room temperature. The pres-
ence of salt generally promotes the release of G6 from the mi-
crogels during the first 2 days. Thereafter, the release follows
the same continuous profile as in the experiment without salt
(Figure S21, Supporting Information). This indicates that the
presence of salt leads to a burst release in the first 2 days releas-
ing ≈51 % of G6 from the microgels instead of ≈14 % without
salt.

2.5. Bacterial Growth Inhibition

In order to verify the presence of G6 as the source of the antimi-
crobial activity of the G6-loaded microgel conjugates, in vitro as-
says were performed. In this context, both the pure microgel car-
rier systems and the microgel carrier systems decorated with an-
chor peptides were examined to identify possible contributions of
the other components of the G6-loaded microgel carrier systems
(Figure 5). In addition, the pure components, i.e. the cross-linker
TA and the used anchor peptide hDerm_eGFP, were tested for
their antimicrobial activity against X. citri (Figure S22, Support-
ing Information).
Two different in vitro tests, the resazurin microtiter as-

say (REMA) and the minimum bactericidal concentration
(MBC) test, were combined to provide a robust indication
of antimicrobial activity. Through monitoring bacterial res-
piration using the REMA assay, it was possible to evaluate
the growth inhibitory activity of the microgels at different

Adv. Funct. Mater. 2023, 2305646 2305646 (8 of 16) © 2023 The Authors. Advanced Functional Materials published by Wiley-VCH GmbH
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Figure 5. G6-loadedmicrogels inhibit X. citri growth in vitro. Bacterial respiration wasmeasured by using the resazurin test (REMA) after 16 h of microgel
exposure. The average percentages of cells inhibited by themicrogels are represented as bars and the standard deviation of themeans by the vertical lines
above the bars. The minimal bactericidal concentration test (MBC) is shown underneath the graphs. a) pVCL/pGMA/BIS, b) pVCL/pGMA/BIS/hDerm,
c) pVCL/pGMA/BIS/hDerm/G6, d) pVCL/pGMA/TA, e) pVCL/pGMA/TA/hDerm, and f) pVCL/pGMA/TA/hDerm/G6.

concentrations against X. citri cells. The results confirmed
that only theG6-loadedmicrogels, pVCL/pGMA/BIS/hDerm/G6
and pVCL/pGMA/TA/hDerm/G6, showed inhibitory activities
against X. citri, with IC100 values of 0.33 and 0.17 mg mL−1,
respectively (Figure 5c,f). Following the exposure to the mi-
crogels in REMA, aliquots of cell suspension were inoculated
onto NYG medium (without any added compound) in order
to evaluate if the microgels had bacteriostatic or bactericidal
action (MBC test). As a result, X. citri cells were able to re-
sume growth after treatment with both G6-loaded microgels
at their IC100 values; therefore, these microgels exhibited only
bacteriostatic action when used at their IC100 (Figure 5). How-
ever, the G6-loaded microgels, pVCL/pGMA/BIS/hDerm/G6
and pVCL/pGMA/TA/hDerm/G6, exhibited bactericidal ac-
tion when used at the higher concentrations of 1.375 and
0.343 mg mL−1, respectively (Figure 5). The microgels that did
not carry any gallate exhibited the lowest growth inhibition val-
ues against X. citri, reaching inhibition levels between≈30% and
35 %.
Some anchor peptides, such as hDerm, may exhibit anti-

bacterial effects, or they can even functionalize other reactions,
which can be referred to as multifunctional peptides.[51–53] How-
ever, when tested alone against X. citri cells, at the highest con-
centration of 200 μg mL−1, hDerm did not show any antimicro-
bial effect against this plant pathogen (Figure S22, Supporting
Information).

Tannic acid (TA) has already been described as an efficient or-
ganic agent in the inhibition of a wide variety of bacteria,[54] being
effective against pathogens of clinical interest such as Staphylo-
coccus aureus,[55] and Penicillium digitatum, which is an important
phytopathogen of citrus.[56] However, the incorporation of TA in
some of themicrogels synthesized in the present workwas aimed
only to cross-link the polymer network,[57,58] with no focus on its
possible bactericidal action against X. citri. It is noteworthy that
the microgels pVCL/pGMA/TA and pVCL/pGMA/TA/hDerm at
the concentration of 2.75mgmL−1 showed growth inhibition val-
ues of 33.67 % and 36.99 %, respectively. We believe the inhibi-
tion above-mentioned is related to the action of TA, since when
performing the REMA test with pure TA (Sigma–Aldrich, Darm-
stadt, Germany), at the highest concentration of 200 μg mL−1,
we detected growth inhibition of X. citri (Figure S22, Support-
ing Information), and obtained an IC100 value of 99.93 μg mL−1.
However, theMBC results for TA also confirmed that its effect on
X. citri was only bacteriostatic, even at 200 μg mL−1 (Figure S22,
Supporting Information).

2.6. G6 Released from Microgels Permeabilize the Membrane
and Disrupt Cell Division of X. citri

Wedemonstrated previously that G6 exerts its antibacterial action
by multiple mechanisms, which include the permeabilization
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of the bacterial membrane and disruption of the cell division
apparatus.[19,21,22] However, since G6 was immobilized in the
polymeric network of the microgels, it was necessary to verify if
the G6-loaded microgels would still retain the same antibacterial
properties attributed to the free gallate.
First, we employed the live/dead assay[21] to investigate if

the microgels could induce membrane disruption. For that,
cells were treated with the microgels and subsequently la-
beled with the DNA dyes 4′,6-diamidino-2-phenylindol (DAPI)
and propidium iodide (PI), which is a combination that en-
ables the identification of viable and unviable cells in a sam-
ple. Since PI can only enter the cells with permeabilized
membranes, it helps to identify the compounds able to dam-
age membranes. Cells of X. citri were exposed for 15 min
to the G6-loaded microgels, pVCL/pGMA/BIS/hDerm/G6 and
pVCL/pGMA/TA/hDerm/G6, at the concentration equivalent to
their IC50 values, and we observed that >30 % of the cells were
permeabilized to PI (Figure S23, Supporting Information).When
the concentrations of the G6-loaded microgels were equivalent
to their IC100, >70 % of the X. citri cells were PI-permeable after
15 min of contact (Figure S23, Supporting Information). There-
fore, the G6-loaded microgels retained the ability to act on the
bacterial membrane as the free G6 does. In addition, the G6-
loadedmicrogels exhibited a rather fast activity, where more than
half of the cells were affected in the first 15 min of contact.
The rapid activity is probably caused by an increased release rate
of G6 in saline aqueous solutions, as used for the experiments
(Figure S21, Supporting Information).
In order to evaluate if G6 encapsulated into the microgel ma-

trix could still disrupt the bacterial divisional septum, a mutant
strain of X. citri that is fluorescently labeled for the septum was
exposed to G6-loaded microgels and subsequently observed un-
der the microscope. Exposure to the microgels at their IC50 for
15 min did not interfere with the bacterial divisional apparatus
(Figure S24, Supporting Information). Upon treatment, the divi-
sional septum could still be detected in dividing cells as a fluores-
cent bar positioned at the center of the rods and perpendicularly
oriented with respect to the long axis of the cells. However, by
increasing the concentration of the microgels to their IC100 led
to a complete disappearance of the divisional septa within the
same timeframe of 15 min. These results confirmed our previ-
ous reports on the activity of G6,[19,21] and, in addition, provided
evidence for the proper release of G6 from themicrogel matrixes.

2.7. Microgels Protect Citrus Against Bacterial Infection

To assess the ability of microgels to protect citrus plants against
X. citri infection, nursery trees of C. sinensis cv. Pera, a sus-
ceptible host, were spray-covered with microgel dispersions with
different degrees of functionalization and subsequently infected
with the bacterium. These different degrees of functionalization
include the pristine microgel carrier systems, the microgel car-
rier systems conjugated with anchor peptides and G6-loaded mi-
crogel conjugates.
We observed that only the G6-loaded microgels

pVCL/pGMA/TA/hDerm/G6 and pVCL/pGMA/BIS/hDerm/G6
were able to protect citrus significantly reducing the number
of lesions cm−2 produced when compared to the untreated

plants (Figure 6). This finding correlates with the results of
in vitro assays, REMA, and MBC (Figure 5). Untreated plants,
sprayed only with saline solution prior to bacterial challenge,
exhibited on average 18.22 lesion cm−2, while plants treated
with the G6-loaded microgels pVCL/pGMA/BIS/hDerm/G6
and pVCL/pGMA/TA/hDerm/G6 produced 1.90 and
4.55 lesion cm−2, respectively. The G6-loaded microgel
pVCL/pGMA/TA/hDerm/G6was less efficient in protection than
pVCL/pGMA/BIS/hDerm/G6 in our experiments. Noteworthy,
pVCL/pGMA/BIS/hDerm/G6 reached a protection level com-
parable to the copper-based commercial product Difere. Plants
sprayed with Difere showed on average 1.31 lesion cm−2. In
practice, the G6-loaded microgel pVCL/pGMA/BIS/hDerm/G6,
when used at 2.75 mg mL−1, performed as well as Difere, and
there was no statistic significant difference between them in our
analyses. Finally, the remaining microgels without the gallate
G6 on their compositions were unable to protect citrus and
produced numbers of lesion cm−2 statistically similar to the
untreated control. The data values corresponding to Figure 6a
are listed in Table S2 (Supporting Information).

2.8. Microgel pVCL/pGMA/BIS/hDerm/G6 is Capable of
Long-Lasting Protection

Commercial copper-based defensives exhibit the advantage of
long-lasting protection due to the fact that they contain metallic
copper, which deposits on the plant surfaces, such as leaves, and
forms films that can exert a mechanic barrier against pathogens.
Subsequently, copper ionic forms produced upon contact with
water/moisture can also be killed by microbicidal action. To
evaluate if the G6-loaded microgels can also remain on leaves
such as metallic copper, and exert long-lasting protection ef-
fects, we simulated compound removal by water by introduc-
ing a washing step in our plant protection experiments between
compound application and bacterial challenge (Figure 7). For
simplicity, only the G6-loaded microgels that could protect cit-
rus in our previous analyses were considered at the concentra-
tion of 2.75 mg mL−1. As a result, it was observed that only
pVCL/pGMA/BIS/hDerm/G6 was still effective in protecting cit-
rus leaves against infection by X. citri, with an average of 3.98 le-
sions cm−2 (Figure 7). When compared with the experiments
without washing, note that the number of lesions cm−2 formed
doubled; however, the number of lesions cm−2 formed is still sig-
nificantly different from the untreated control, which produced
here on average ≈12 lesions cm−2. Plants treated with Difere
(commercial copper formulation) showed 0.94 lesion cm−2,
which is statically equal to the previous experiment without the
washing step. For the plants treated with the G6-loaded micro-
gel pVCL/pGMA/TA/hDerm/G6 leaves had on average 10.48 le-
sion cm−2, which was statistically equal to the untreated control.
This could be due to a more effective fixation to the leaf surface
in the case of pVCL/pGMA/BIS/hDerm/G6microgels, as amore
intense fluorescence signal (≈2-fold) could be detected by fluores-
cence spectroscopy after conjugation of the anchor peptides to the
microgel (Figure 3b). The data values corresponding to Figure 7a
are listed in Table S3 (Supporting Information).
The copper-based formulation showed a higher foliar fixa-

tion capacity than the synthesized microgels, being capable to
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Figure 6. Microgels protect citrus plants against X. citri infection. Plants of C. sinensis were spray-covered with suspensions of different microgels at
2.75 mg mL−1. 24 h later, plants were challenged with X. citri, and after that kept in a greenhouse (average humidity of 77.90 %; average temperature of
26.36 °C) to score for the appearance of citrus canker symptoms. Left panel, boxplot showing the distribution of the numbers of lesion cm−2 per leaf
documented for all the leaves in a particular treatment, as follows: A) control; B) pVCL/pGMA/BIS; C) pVCL/pGMA/BIS/hDerm; D) pVCL/pGMA/TA;
E) pVCL/pGMA/TA/hDerm; F) pVCL/pGMA/TA/hDerm/G6; G) pVCL/pGMA/BIS/hDerm/G6; H) Difere at 2.96 mg mL−1 (700 μg mL−1 of metallic
copper), N = 12. The plus signs within the boxes show the mean lesions cm−2 of each treatment. The asterisks above the boxes indicate the sta-
tistical difference between the treatments based on Kruskal–Wallis Dunn’s analysis. Right panel, representative pictures of leaves evaluated in each
treatment.

Figure 7. G6-loaded microgels confer residual protection against X. citri infection. Rain fastness of the microgels was assessed by introducing a washing
step betweenmicrogel application and bacterial challenging (average humidity of 77.90%; average temperature of 26.36 °C). Left panel, boxplot showing
the distribution of the numbers of lesions cm−2 per leaf documented for all the leaves in a treatment: A) control; B) pVCL/pGMA/TA/hDerm/G6 at
2.75 mg mL−1; C) pVCL/pGMA/BIS/hDerm/G6 at 2.75 mg mL−1; D) Difere at 2.96 mg mL−1, N = 12. The plus signs within the boxes show the mean
lesions cm−2 of each treatment. The asterisks above the boxes indicate the statistical difference between the treatments based on Kruskal–Wallis Dunn’s
analysis. Right panel, representative pictures of the leaves evaluated per treatment.
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maintain its protective effect regardless of the rainfall simula-
tion performed in the experiments. Difere is composed of cop-
per oxychloride, which is the active metallic copper in the prod-
uct, its non-polarity and insolubility give greater adhesion and
resistance to leaching by rain. All microgels synthesized in the
present work are dispersible in water.[57,58] On the other hand, the
G6-loaded microgel pVCL/pGMA/BIS/hDerm/G6 was the best
microgel carrier system synthesized and functionalized, obtain-
ing significant protective action in the greenhouse experiments.
Even with a twofold decrease in its protective capacity after the
washing step, pVCL/pGMA/BIS/hDerm/G6 displayed a residual
effect, showing satisfactory protective results when compared to
the untreated and positive controls. In the event of rain, which
normally leads to a spreading of the pathogen, the loaded, func-
tional microgels remain at least partially on the leaves and, as
suggested by our experimental data, can release G6 to inhibit the
spreading of X. citri.

3. Conclusion

This work demonstrates the development of a microgel-based
plant protection system for citrus plants against the disease cit-
rus canker caused by the bacterial pathogen Xanthomonas citri.
We aimed to find a more environmentally friendly alternative to
the current treatment of citrus canker with highly concentrated
and harmful copper formulations.
After synthesis and purification of the microgel carrier sys-

tems, a post-functionalization with the anchor peptide eGFP-
hDermcidin and a subsequent loading with the biobased, antimi-
crobial component G6 was performed. It was found that the re-
markably high loadings of G6 inmicrogels can be achieved (up to
40 wt.%). The release of G6 in aqueous media can be modulated
by pH and temperature over long time periods (several weeks)
suggesting the sustained release and a possibility of long-term
protection for plants.
The antimicrobial activities against the Gram-negative

pathogen X. citri were evaluated using a broad range of differ-
ent assays. Starting with the combination of REMA and MBC
assays, and finally by testing the performance on citrus trees in
greenhouse assays including washing steps to obtain the most
realistic result in terms of the subsequent application. Both func-
tionalized and loaded microgel systems containing covalent or
degradable supramolecular cross-links, are effective in protect-
ing citrus against X. citri infection when applied at a minimum
concentration of 2.75 mgmL−1. After the washing step, however,
only the covalently cross-linked pVCL/pGMA/BIS/hDerm/G6
microgel retained its protective effect against X. citri. Therefore,
the G6-loaded pVCL/pGMA/BIS/hDerm/G6 microgel stood out
as the most promising microgel for field application, presenting
protective results against X. citri very similar to the commercially
available copper formulation Difere.
Furthermore, we believe that microgels as carriers for con-

trolled delivery of active ingredients can be broadly used in agri-
culture. A key aspect is the low cost of production, even at labora-
tory scale, but also the safe and straightforward handling of mi-
crogel dispersions.[40] Another interesting feature of microgels is
their ability to redisperse in aqueous solutions after lyophiliza-
tion, forming stable colloidal dispersions. Therefore, microgels
loaded with active ingredients can be lyophilized to increase their

shelf life and reduce the shipping costs. Prior to field application,
microgel powders can be redispersed in aqueous solutions and
applied to crops using conventional spraying equipment.

4. Experimental Section
Materials: Tannic acid (TA, ACS Reagent, Sigma–Aldrich), 2,2′-

azobis(2-methylpropionamidin)-dihydrochloride (V-50, 97 %, Sigma–
Aldrich), cetyltrimethylammonium bromide (CTAB, ≥ 99 %, Carl Roth),
ultra-pure water (HiPerSolv CHROMANORM, HPLC grade, VWR),
dimethyl sulfoxide (DMSO, analytical reagent, with <0.03 % water, VWR),
Trizma base (≥ 99.9 %, Sigma), Trizma hydrochloride (≥ 99.0 %, Sigma),
dimethyl terephthalate (DMT, ≥ 99 %, standard for quantitative NMR,
TraceCERT́, Sigma–Aldrich) and DMSO-d6 (99.8 %, Deutero GmbH) were
used as received and without further purification. The two monomers N-
vinylcaprolactam (VCL, 98 %, Sigma–Aldrich) and glycidyl methacrylate
(GMA, ≥ 97 %, Sigma–Aldrich) were distilled in vacuo before use. VCL
was further purified by recrystallization from n-Hexane. All other chemicals
used in this study were purchased from Carl Roth GmbH (Karlsruhe, Ger-
many), Sigma-Aldrich Corp. (St. Louis, MO) or AppliChem GmbH (Darm-
stadt, Germany) and had at least analytical-reagent grade purity. Synthetic
genes were obtained from GeneArt AG (Regensburg, Germany). The plas-
mid pET28a(+) (Novagen, Darmstadt, Germany) was used as expression
vector. The E. coli strain BL21-Gold (DE3) was purchased from Agilent
Technologies (Santa Clara, CA).

Synthesis and Characterization of Hexyl Gallate: The synthesis of hexyl
gallate (G6) was achieved by esterification of Fischer reaction between gal-
lic acid and 1-hexanol, under reflux and sulfuric acid catalysis. The crude
product was purified over silica gel column chromatography, using hexane,
and ethyl acetate (7:3) as mobile phase. The structural identification of G6
was carried out usingNMRexperiments, including 1H-NMRand 13C-NMR
spectroscopy (Figure S12, Supporting Information). Detailed data on syn-
thesis, purification, and identification of G6 had been previously described
by the group.[19,22,59]

Synthesis and Characterization of Hexyl Gallate: UV Stability: To inves-
tigate the stability of G6 under UV irradiation the antimicrobial compound
(≈20 mg) was dissolved in DMSO-d6 (≈600 μL), transferred to a quartz
glass NMR tube, and placed on a horizontal shaker. After 25.62 h of ex-
posure to UV light the sample was measured with 1H-NMR spectroscopy
to check for changes in the chemical structure. The UV-LED lamp used
was a mounted LED from Thorlabs (M365LP1) and had a wavelength of
365 nm with a bandwidth (FWHM) of 9 nm and an output power of 2 W.
The mounted LED was equipped with a collimator adapter (SM2F32-A,
Thorlabs) for a wavelength range of 350–700 nm and operated with a T-
Cube LED driver (LEDD1B, Thorlabs) with a current of 1.2 A in continuous
wave mode.

Synthesis and Characterization of Anchor Peptide: From our laboratory
strain collection, five anchor peptides were selected to further test their
ability to bind to the orange leaves’ surface. The anchor peptides selected
are shown in Table S1 (Supporting Information) aswell as their proprieties.

The selected anchor peptides were expressed as fusion proteins, having
in the N-terminus the indicator protein eGFP in Escherichia coli BL21-Gold
(DE3), as previously described.[52]

The binding of the peptides on the orange leaves surface was analyzed
using confocal microscopy (Leica TCS SP8 microscope, Ex 485 nm, Em
520 nm, argon laser 20% intensity, gain 500, Leica Microsystems GmbH
(Wetzlar, Germany)). Young orange leaves were collected from a Citrus
sinensis tree and washed with water and cut into disks. Cell-free extracts
of the eGFP-anchor peptide were used to test the binding (20 μL). After
5 min, the lysate drop was removed, and the disk leaf was washed with
TRIS/HCl buffer (pH 8.0, 50 mM) for 5 min. The disks were then analyzed
by microscopy.

The selected anchor peptide hDermcidin (hDerm) was expressed as a
fusion protein, having, besides the eGFP, a His 6-Tag in the N-terminus,
and was purified using a fast protein liquid chromatography (ÄKTAprime,
GE Healthcare) with a prepacked ion affinity chromatography column (Ni
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Sepharose 6 Fast Flow, GE Healthcare). After purification, samples were
desalted using a dialysis membrane (Spectra/Por4, Spectrum Inc., Breda,
Netherlands) for further use.

Synthesis and Characterization of Microgels: Non-degradable Microgels
Cross-linked with BIS: VCL (12.8195 g, 92.101 mmol, 87.4 mol.%) and
BIS (0.3249 g, 2.108 mmol, 2 mol.%) were dissolved in deionized wa-
ter (1000 mL). The solution was stirred (500 rpm) and degassed with
nitrogen (60 min). The reaction mixture was then heated to 70 °C. Dur-
ing this time, V-50 (0.1715 g, 0.632 mmol, 0.6 mol.%) was dissolved in
deionized water (1 mL). Upon reaching 70 °C, the solution of V-50 was
added to the reaction mixture using a syringe. GMA (1.498 g, 1440 μL,
10.538 mmol, 10 mol.%) was added after the initiation (3 min). The poly-
merization was terminated after 30 min by slowly cooling down to room
temperature. The molar percentage was calculated in correlation to the
amount of VCL added. For purification of the microgel dispersion, it was
dialyzed for at least 3 days against deionized water (5 L) with a cellulose
membrane (MWCO 12–14 kDa). The water was exchanged at least twice
a day. After purification and lyophilization the yield was determined gravi-
metrically.

Degradable Microgels Cross-linked with TA: The microgels were synthe-
sized using free radical precipitation polymerization. At first, aqueous
stock solutions of TA (0.15 g, 1701.2 g mol−1) dissolved in demineralized
water (2mL) and the surfactant CTAB (0.02 g, 364.46 gmol−1) dissolved in
demineralizedwater (12mL)were prepared. Then VCL (2 g, 139.2 gmol−1)
was dissolved in deionized water (150 mL) in a 250 mL round-bottom
flask. After adding CTAB (0.006 g, 3.6 mL) from the stock solution. Sub-
sequently, the solution was degassed with nitrogen for 30 min at room
temperature while stirring (500 rpm). After degassing, the reaction mix-
ture was heated to 70 °C. Shortly before reaching the reaction tempera-
ture, V-50 (0.05 g, 271.2 g mol−1) was dissolved in demineralized water
(1 mL). When the polymerization temperature of 70 °C was reached, the
reaction was initiated by adding the V-50 solution with a syringe into the
monomer solution. After 3 min the comonomer GMA (217 μL, 0.226 g,
11.1 mol.%, 142.15 g mol.−1) was added in one shot using a single-use
syringe (1 mL). 15 min after initiation, TA (0.1228 g, 0.5 mol.%) of the TA
stock solution was added with a syringe. The molar percentages refer to
the used VCL amount. The polymerization was continued for additional
15 min. The polymerization was terminated after 30 min by slowly cool-
ing down to room temperature. To purify the microgel dispersion, it was
dialyzed for at least 3 days against deionized water (5 L) with a cellulose
membrane (MWCO 12–14 kDa). The water was exchanged at least twice
a day. After purification and lyophilization the yield was determined gravi-
metrically.

Conjugation of Anchor Peptides to Microgels: The microgels,
pVCL/pGMA/BIS and pVCL/pGMA/TA were dispersed in a buffer
solution (TRIS (50 mM, pH 8)) and stirred at room temperature. A
solution of eGFP-hDermcidin (hDerm) was added to the microgel dis-
persion. The conjugation of the microgels with the anchor peptide was
performed overnight (≈18 h). For purification, the microgel conjugates
were centrifuged three times (10 min, 12 000 rpm) and redispersed in
deionized water.

Investigation of Microgel Anchor Peptide Conjugates: The purified and di-
luted microgel dispersions (6.7 mg mL−1) were transferred to a black mi-
cro titer plate (MTP, PP, flat bottom, 100 μL per well). The fluorescence
was measured with a MTP reader FLUOstar Omega MTP Reader using
485 nm excitation and 520 nm emission.

Wax Binding Assay for Microgel Anchor Peptide Conjugates: Wax extrac-
tion procedure was performed as described elsewhere[50] with the follow-
ing modification. For cuticular wax extraction, the orange leaves were im-
mersed in pure chloroform (25 s). For MTP wax coating, the cuticular wax-
chloroform mixture was added to each well (60 μg cm−2, 50 μL per well)
and the chloroform was completely evaporated (25 °C, 16 h). The purified
and diluted microgel dispersions (5 mg mL−1) were transferred to a black
96-well MTP (100 μL per well) and incubated overnight. The next day, the
microgel dispersions were discarded and washed briefly with deionized
water (200 μL) to remove residual unbound and loosely bound microgels
andmicrogel anchor peptide conjugates. Then the fluorescence was deter-
mined with the FLUOstar OmegaMTP reader using 485 nm excitation and

520 nm emission. Subsequently, the samples were washed two times with
deionized water (200 μL, 25 °C, 5 min, 200 rpm) and the fluorescence was
measured each time. To enable a comparison in terms of a relative reduc-
tion of bound microgels and microgel anchor-peptide conjugates with the
subsequent washing steps, the fluorescence signal of the originally bound
material was set to 100 %.

Loading of Microgel/Anchor Peptide Conjugates with Hexyl Gallate:
For the loading of conjugated microgels, pVCL/pGMA/BIS/hDerm
and pVCL/pGMA/TA/hDerm, with G6, a mass ratio of 1 mg G6
(3.933∙10−6 mol) per 1 mg microgel was used. Microgel/anchor peptide
conjugates were stirred at room temperature. G6 was dissolved in DMSO
(2.4 wt.% DMSO based on the amount of water volume of the conjugate
dispersion) and added to the vigorous stirring dispersion. The stirring of
themicrogel dispersion was continued overnight (≈18 h). For purification,
the loaded microgels were centrifuged three times (20 min, 12 000 rpm)
and redispersed in deionized water.

Release of Hexyl Gallates from Microgels: For the release experiments,
a dispersion of G6-loaded microgels (15 mL) was dialyzed against deion-
ized water (1.5 L) with the desired pH value (MWCO 12–14 kDa). The
release of G6 from the microgels was investigated under different condi-
tions, like temperature (25 and 50 °C) and pH (pH 3, pH 5, pH 7, and pH
9). The samples were subsequently stored at 25 °C (room temperature)
or 50 °C for either 6 or 22 days. Additionally, the effect of an isotonic salt
concentration (9 g L−1) was investigated at 25 °C and a pH value of 7.
Samples (1 mL) of the loaded microgel solutions were taken each day in
the first week, then every couple of days. The experiments were running for
≈3 weeks. All samples were freeze-dried and investigated via quantitative
1H-NMR spectroscopy to determine the degree of loading with G6 using
the internal standard dimethyl terephthalate (DMT).

Microgel Characterization: Raman spectroscopy: Raman spectra were
recorded with a Bruker RFS 100/S spectrometer. The samples were stim-
ulated by a Nd:YAG laser with a wavelength of 1064 nm and an output
power of 200 mW. Each sample was measured with 1000 scans and cov-
ered a spectral range from 400 to 4000 cm−1 with a resolution of 4 cm−1.
The baseline correction and the analysis of the recorded spectra were car-
ried out with the software OPUS 4.0.

For quantification experiments, pVCL homoloymer chains were homo-
geneously mixed with TA in different ratios by dissolving inmethanol. Sub-
sequently, the methanol evaporated from the mixtures over several days
until dry mixtures were obtained and measured.

Dynamic light scattering: The size and size distribution ((polydisper-
sity index (PDI)) of the microgels were characterized by dynamic light
scattering (DLS) using a Zetasizer Ultra from the company Malvern Pan-
alytical. Before the measurements, the microgel dispersions (5 μL, 12–
15 mg mL−1) were diluted in pure, deionized water (1 mL, HPLC-grade).
The diluted dispersion (1 mL) was filled into a single-use plastic cuvette
(DTS0012). For every sample, 30 size runs were performed with a dura-
tion of 1.68 s. This measurement process was repeated three times. The
scattering collection angle was either 90° (side scattering) or 174.7° (back
scattering). The temperature-dependent experiments were performed af-
ter analog sample preparation in a range from 20 to 60 °C in 2.5 °C steps.
The results were evaluated by ZS XPLORER Software.

Electrophoretic light scattering: The surface charge of the microgels was
characterized by electrophoretic light scattering (ELS) using a Zetasizer
Ultra from the company Malvern Panalytical. Before the measurements,
the microgel dispersions (10 μL, 12–15 mg mL−1) were diluted in pure,
deionized water (1 mL, HPLC-grade). The diluted dispersion was filled
into a cuvette (DTS1070). For every sample, 10 – 30 runs were performed.
This measurement process was repeated three times. Between each set
of runs, a pause of 10 s was set. The temperature-dependent experi-
ments were performed after analogue sample preparation in a range from
20°C to 60°C in 2.5°C steps. The results were evaluated by ZS XPLORER
Software.

Nuclear magnetic resonance spectroscopy: 1H-NMR spectra for G6 quan-
tification were measured with a Bruker DPX-400 FT-NMR spectrometer at
a frequency of 400 MHz with a pulse delay of 15 s. For each measurement,
10–15 mg of microgel sample were dissolved in DMSO-d6 (0.6 mL) con-
taining the internal standard DMT (0.043 mol L−1).
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Fluorescence spectroscopy: To determine the signal of microgels func-
tionalized with the anchor peptide hDerm_eGFP a FLUOstar Omega
MTP reader (BMG Labtech GmbH, Ortenberg, Germany; excitation (exc.)
485 nm, emission (em.) 520 nm, gain 1000) was used.

Electron microscopy: The microgels morphology in a dry state was in-
vestigated by electron microscopy using an ultra-high resolution scan-
ning electron microscope SU9000 from Hitachi-High Technologies Amer-
ica. Samples had been measured in both modes scanning transmis-
sion electron mode (STEM) and scanning electron mode (SEM). The
samples were prepared by diluting the purified microgel dispersions
(10 μL) in deionized water (1000 μL, HPLC grade). Then, the diluted so-
lution (10 μL) was applied on a TEM grid (Carbon Film 200 Mesh Cop-
per Grids, Electron Microscopy Sciences) and dried overnight at room
temperature.

Confocal laser scanning microscopy: The fluorescence images were
recorded on a Leica SP8 confocal microscope (Leica, Germany). The
images were taken with a smart gain of 10%, a pinhole of 1.00,
and an Ar laser (𝜆 = 488 nm) with an intensity of 0.5%. The de-
tector PMT2 was used for fluorescent and PMT trans for brightfield
images.

Atomic force microscopy: Atomic force microscopy (AFM) was mea-
sured with a NanoScope V from Veeco Instruments in tapping mode.
ANCH-50 Pointprobe-Silicon SPM-Sensor from Nanoworld with a res-
onance frequency of 310 kHz and a force constant of 42 N m−1

was used as a cantilever. All data were analyzed with the software
Gwyddion 2.61.

Antimicrobial Assays: Microorganisms: The Xanthomonas citri subsp.
citri used was the isolate 306 (IBSBF 1594). The mutant strain expressing
GFP-ZapA, which labels the bacterial septum, was X. citri amy::pPM2a-
zapA.[60] Both bacteria were cultivated at 29 ± 1 °C in solid or liquid NYG
medium (5 g L−1 peptone, 3 g L−1 yeasts extract, and 20 ml L−1 glycerol;
bacterial agar was added to 15 g L−1 for solid medium). Liquid cultures
were kept under constant agitation of 200 rpm.

Bacterial growth inhibition assays: The growth inhibitory concentrations
(IC) of the microgels against X. citri were determined using the resazurin
microtiter assay platemethod (REMA)with some adaptations.[19] Concen-
trate solutions of the microgels were prepared by dispersing them in NYG
medium to the final concentration of 2.75 mg mL−1. Next, these concen-
trate solutions were deposited into the wells of a 96-wells microtiter plate
(using the first row) and subsequently diluted in a twofold scheme so to
give the final concentrations of 1.375, 0.687, 0.343, 0.171, 0.085, 0.042,
and 0.021 mg mL−1 (rows B-H, respectively). X. citri was then inoculated
in each well to the final concentration of 105 cells. The positive control was
kanamycin at 20 μgmL−1, the negative control was the NYGmediumwith-
out any compound, and the vehicle control was 50 μL of NYGmedium and
50 μL of deionized water in order to simulate the wells with the lowest con-
centration of growth medium. REMA plates were incubated at 29 ± 1 °C
for 16 h. To develop the reactions, resazurin (Sigma–Aldrich, Germany)
was added to the wells to the final concentration of 0.01 mg mL−1, and
plates were further incubated at 29 ± 1 °C for 2 h. NADH produced by
live/respiring cells reduces resazurin to fluorescent resorufin, which was
detected using the plate reader SynergyH1N1 (BioTek,Winooski, VT, USA)
set to excitation and emission wavelengths of 530 and 590 nm, respec-
tively. The data obtained were used to plot the concentration of the micro-
gel versus cell growth inhibition, obtaining the dosage spectrum values.
With the dose-response curves a polynomial regressionmodel was applied
to determine the percentage of IC100 and IC50 values (the microgel con-
centration able to inhibit 100 % and 50 % of X. citri in vitro, respectively),
as described by Silva et al.[19]

Bactericidal concentration was confirmed with the minimum bacteri-
cidal concentration assay (MBC). Before resazurin was added, samples
from REMA were transferred to NYG-agar petri dishes with the help of
a 96-plate replicator (8 × 12 Sigma–Aldrich, Germany). The plates were
then incubated at 29 °C for 48 h to evaluate the ability of the cells to re-
sume growth. These bacterial growth inhibition assays were repeated three
times and in triplicates.

Fluorescence microscopy of X. citri cells: The exposure to the microgels
was conducted essentially as described for REMA, with some modifica-

tions. Cells of X. citri were treated with the microgels at their IC50 and
IC100 values for 15 min using 1.5 mL microcentrifuge tubes instead of a
96-wells microtiter plate. The total volume was kept at 100 μL and 105 cells
per treatment. After the exposure, 900 μL of saline solution (0.86 % NaCl)
were added to the tubes in order to dilute the compound and stop the reac-
tion. Cells were stained with propidium iodide (PI) at 10 μg mL−1 and 4′,6-
diamidino-2-phenylin-dole (DAPI) at 20 mg mL−1. DAPI stains all cells,
while PI penetrates only cells with damaged cytoplasmatic membranes.
Untreated cells were used as negative control, and the positive control for
membrane disruption were cells subjected to thermal stress.[59]

To assess if the microgels could interfere with the bacterial divisome,
the X. citri mutant expressing GFP-ZapA was exposed to the microgels
exactly as described above. Following exposure, cells were precipitated by
centrifugation at 4000 ×g for 5 min, the supernatant was discarded, and
the cells mass was dissolved in 100 μL of saline solution (0.86 % NaCl).

All the cell samples were immobilized onto agarose-covered slides
and immediately observed under a BX-61 microscope (Olympus; Tokyo,
Japan), equipped with a monochromatic camera OrcaFlash 2.8 (Hama-
matsu, Japan). Images were captured and processed with the help of the
software CellSens Dimension (Olympus). Experiments were conducted
three times and in triplicates (at least 100 individuals (n = 100) were eval-
uated per treatment for quantification purposes).

Greenhouse assays: The ability of the microgels to protect against X. citri
infection was evaluated using nursery trees of the susceptible host Citrus
sinensis cultivar Pera. Plants of ≈50 cm tall were purchased from Citro-
graf (https://www.citrograf.com.br) and kept in a greenhouse with con-
trolled humidity and temperature (average humidity of 77.90 % with a
maximum of 92.70 % and a minimum of 50.27 %; average temperature of
26.36 °C, with a maximum of 37.54 °C and a minimum of 17.84 °C, during
all the experiment period from06/11/2020 to 22/01/2021), and automated
fertigation. For the treatments, flushes containing leaves of ≈5 cm were
sprayed with the microgel dispersions in a concentration of 2.75 mg mL-1

until the run-off point (this was the highest concentration tested in the
REMA and MBC assays). After 24 h, the plants were spray-covered with a
X. citri suspension prepared in saline solution (0.86 % NaCl) containing
108 CFU mL−1. For the positive control of protection, plants were sprayed
with the commercial copper formulation Difere (35 % w/v metallic cop-
per) at the recommended concentration of 2.96 mg mL−1 (700 μg mL−1

of metallic copper; Oxiquímica Agrociência Ltda. Jaboticabal, Brazil), and
the negative control for protection was saline solution (0.86%NaCl). After
the inoculation step, plants were covered with transparent plastic bags for
24 h to help infection. Plants were monitored over the course of 35 days
for the appearance of citrus canker symptoms. The experiment was per-
formed with two plants per group of treatment, with one marked branch
per plant. At the end of the experiments, leaves were detached and digital-
ized at 600 DPI. The software ImageJ (Fiji) was used to evaluate bacterial
infection and infection severity, which were expressed as the number of
citrus canker lesions formed per leaf area.[22] The data obtained were sub-
mitted to non-parametrical statistical analysis of Kruskal-Wallis (Dunn),
with three degrees of freedom using the software BioEstat 4.

To evaluate the rain fastness of the microgels, a washing step was in-
troduced between microgel application and bacterial infection. The exper-
imental procedure described above was essentially the same, however, be-
fore the bacterial inoculation step, plants were sprayed with saline solution
(0.86 % NaCl) until the run-off point. Data acquisition and analyses were
identical as above.
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the author.
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Abstract 
Citrus canker is an infectious bacterial disease and one of the major threats to the orange juice industry, a multibillion-dollar 
market that generates hundreds of thousands of jobs worldwide. This disease is caused by the Gram-negative bacterium 
Xanthomonas citri subsp. citri. In Brazil, the largest producer and exporter of concentrate orange juice, the control of cit-
rus canker is exerted by integrated management practices, in which cupric solutions are intensively used in the orchards to 
refrain bacterial spreading. Copper ions accumulate and are as heavy metals toxic to the environment. Therefore, the aim 
of the present work was to evaluate bifunctional fusion proteins (BiFuProts) as novel and bio-/peptide-based alternatives to 
copper formulations to control citrus canker. BiFuProts are composed of an anchor peptide able to bind to citrus leaves, and 
an antimicrobial “killer” peptide to protect against bacterial infections of plants. The selected BiFuProt (Mel-CgDEF) was 
bactericidal against X. citri at 125 μg mL−1, targeting the bacterial cytoplasmic membrane within the first minutes of contact. 
The results in the greenhouse assays proved that Mel-CgDEF at 250 μg mL−1 provided protection against X. citri infection on 
the leaves, significantly reducing the number of lesions by area when compared with the controls. Overall, the present work 
showed that the BiFuProt Mel-CgDEF is a biobased and biodegradable possible alternative for substitute cupric formulations.

Key points
• The bifunctional fusion protein Mel-CgDEF was effective against Xanthomonas citri.
• Mel-CgDEF action mechanism was the disruption of the cytoplasmic membrane.
• Mel-CgDEF protected citrus leaves against citrus canker disease.

Keywords  Melittin · Citrus leaf-binding · Anchor peptide · Citriculture defensive · Xanthomonas citri
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Introduction

Citriculture is one of the most profitable commodities in 
the world, which generates hundreds of thousands of jobs 
in producing countries like Brazil, China, and the USA. 
Brazil and the USA are responsible for almost half of all 
the global sweet orange production (Neves et al. 2020). 
Brazilian production reached 294.17 million orange boxes 
of 40.8 kg during the 2021/2022 season, according to the 
Fund for Citrus Protection (Fundecitrus), an organization 
of Brazilian citrus producers and processors. Roughly, 
Brazil is responsible for 56% of orange juice and 35% 
of global fruit production according to estimates of the 
United States Department of Agriculture (USDA) (USDA 
2015; Curtolo et al. 2017). Despite the great success, bac-
terial diseases impose constant threats to citriculture, lead-
ing to substantial yield losses in all major cultivation areas 
(Mendonça et al. 2017). Among the infectious diseases, 
citrus canker is one of the most relevant bacterial diseases, 
which affects all the commercially important citrus varie-
ties worldwide (Gochez et al. 2020; Martins et al. 2020). 
The etiological agent of citrus canker is the Gram-nega-
tive bacterium Xanthomonas citri subsp. citri (Gottwald 
et al. 2002; Schaad et al. 2006). X. citri forms biofilms and 
remains firmly attached to fruits, as well as to all aerial 
plant parts, colonizing and infecting plants through natural 
openings (stomata) and wounds (Yaryura et al. 2015). X. 
citri spreads to other plants by the combined action of rain 
and wind (Ference et al. 2018), Phyllocnistis citrella (cit-
rus leafminer) also increases the bacterial spread. Citrus 
leafminer is a pest that directly influences citrus canker, 
increasing the entry area of the bacteria in the leaves, and 
further spreading the disease (Mansour et al. 2021; Nawaz 
et al. 2021). Citrus canker is characterized by brownish 
erumpent lesions, and when the disease reaches high infec-
tion levels, it leads to plant defoliation and premature fruit 
drop, being responsible for decreased productivity (Got-
twald et al. 2002; Behlau 2021). Moreover, contaminated 
fruit cannot be commercialized to avoid the spread of the 
bacterium to regions free of citrus canker (Ference et al. 
2018; Zamuner et al. 2020).

The control of citrus canker is done by frequent sprays 
of metallic copper-based formulations, which can protect 
leaves from bacterial infection (Behlau et al. 2017). Cupric 
defensives show long-lasting protection because of the high 
content of metallic copper that deposits and forms films on 
the plant surfaces. Copper metal films exert mechanic bar-
rier against pathogens, besides, the subsequent ionization of 
copper by water contact can also kill microorganisms due to 
its biocidal action. However, constant application of copper 
has the adverse effect of accumulating this heavy metal in 
the soil at toxic levels, which diminishes biodiversity, as well 

as affects important ecological relations in the environment 
(Martinez et al. 2016; Tóth et al. 2016). Once applied in 
the field, copper ions leach further, e.g., contaminating riv-
ers, lakes, and the ocean, and affecting organisms in these 
aquatic environments as well (Soedarini et al. 2014). Recent 
studies have even linked the effect of the high application of 
copper in agriculture with Alzheimer’s disease in humans 
(Coelho et al. 2020). In addition, resistance to copper has 
already emerged in X. citri (Canteros et al. 1995).

Due to their toxicity to the environment and human 
health, several copper-based agrochemicals have their use 
restricted, or can only be applied in limited amounts (e.g., 
defined by the European Commission) (Lamichhane et al. 
2018). Nevertheless, citrus canker is almost exclusively 
managed with copper formulations (Ference et al. 2018). 
Though copper is the bactericide of choice used in agricul-
ture all over the world since 1800, the search for alternatives 
capable of minimizing or even avoiding the use of copper is 
of great interest for safer and more sustainable agriculture 
(Lamichhane et al. 2018).

Peptide-based pesticides are usually not accumulating 
in soil due to their biodegradability, act due to their natu-
ral design against specific organisms and are therefore not 
harmful to humans. In addition, antimicrobial peptides 
(AMPs) are effective in very small quantities and decom-
pose quickly in the environment, e.g., through extracellu-
lar soil proteases (Vranova et al. 2013). AMPs are in sum-
mary promising candidates to be used as active ingredients 
in biopesticides. AMPs are small cationic peptides that 
protect their hosts against bacteria, protozoa, viruses, and 
fungi (Izadpanah and Gallo 2005; Guani-Guerra et al. 2010). 
These evolutionarily developed peptides, in general, consti-
tute a highly heterogeneous group of molecules, but share 
common features, like the small size (20–100 amino acids 
(aa)) and amphiphilic or hydrophobic properties (Hassan 
et al. 2012). Since AMPs have both hydrophobic and hydro-
philic parts, they are soluble in aqueous environments and 
have the ability to enter lipid-rich membranes (Izadpanah 
and Gallo 2005). More than 3000 AMPs have been identified 
(Li et al. 2021) and certain AMPs are reported to be effec-
tive agents in combating tumor cells (Oliveira et al. 2021), 
clinical bacterial pathogens (Picoli et al. 2017; Kazemzadeh-
Narbata et al. 2021) as well as phytopathogens (Das et al. 
2019). Currently, seven AMPs are allowed by the US Food 
and Drug Administration (FDA) for use in food market or in 
drug development for clinical use, with an increasing trend 
being the development and application of AMPs in the afore 
mentioned areas (Li et al. 2021; Datta and Roy 2021).

Melittin was discovered in the 1970s, and it is one of 
the most widely studied AMPs. Melittin is the principal 
component in the venom of the European honeybee Apis 
mellifera, comprising at least 50% of the venom’s dry 
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weight (Hong et al. 2019; Memariani et al. 2019). Melit-
tin is a small cationic peptide, composed of 26 amino acid 
residues (GIGAVLKVLTTGLPALISWIKRKRQQ). The 
polar and nonpolar residues are asymmetrically distributed, 
suggesting its amphipathic nature when melittin adopted an 
α-helical conformation. This feature makes the peptide not 
only water-soluble but also membrane active (Memariani 
et al. 2019). The hydrophobic N-terminus and hydrophilic 
C-terminus are responsible for melittin’s characteristic 
structure of membrane-bound cytolytic and trans-membrane 
helices (Chen et al. 2016). Melittin has the ability to form 
pores across the lipid bilayer, which induces leakage, and at 
higher concentrations, membrane fragmentation (Shi et al. 
2016; Therrien et al. 2016). Melittin has various biological, 
pharmacological, and toxicological actions, including strong 
surface activity on cell lipid membranes, antibacterial and 
antifungal activities, anti-inflammatory, and potential anti-
tumor properties (Chen et al. 2016; Therrien et al. 2016). 
Although melittin has been extensively studied regarding 
its antibacterial activity, there are only a few reports about 
its action against plant pathogens. Shi et al. (2016) reported 
that melittin was active against Xanthomonas oryzae patho-
var oryzae, the etiological agent of rice blight disease. Due 
to its quick effect, characterized by membrane disruption, 
resistance to melittin is difficult to be developed. Main 
limitation for broader use of AMPs in plant health is that 
as many (bio-)pesticides AMPs are easily washed off from 
plant leaves by rain events.

Anchor peptides are adhesion promoting peptides that can 
be engineered to bind to natural (plant leaves, teeth) (Meurer 
et al. 2017; Schwinges et al. 2019) and synthetic surfaces 
(polymers), including metals (Apitius et al. 2019; Dedisch 
et al. 2020; Nöth et al. 2020). Tailor-made anchor peptides 
are thus applicable in many fields, including biotechnology, 
catalysis, medicine, and plant health (Meurer et al. 2017; 
Gao et al. 2018; Grimm et al. 2019). In a first previous study 
by our group, anchor peptides were genetically fused to an 
anti-fungal peptide. This fusion peptide successfully pro-
tected soybean plants against its most severe disease, the 
Asian soybean rust (caused by Phakopsora pachyrhizi) in a 
rain fasten manner (Schwinges et al. 2019). These so-called 
bifunctional peptides (BiFuProts) consist of one peptide that 
adheres to epicuticular surface waxes of the leaves (respon-
sible for strong rain fastness) while the other peptide pos-
sessed antimicrobial activity against P. pachyrhizi.

To provide a sustainable plant health solution for a heavy 
metal-free production of oranges, we designed a bifunctional 
peptide design principle, which protects plants against an 
important bacterial plant pathogen (X. citri). Within this 
study, we report for the first time the successful protection 
of citrus plants against X. citri by a bifunctional fusion pro-
tein applied through spraying.

Material and methods

eGFP and eGFP‑peptide fusion

Six different peptides (Androctonin (Andt), defensin 
(CgDEF), liquid chromatography peak I (LCI), antimicro-
bial peptide MBP-1 (MBP1), plantaricin A (PlnA), tachy-
statin A2 (TA2)), and the antimicrobial peptide melittin 
(Mel) were genetically fused to the reporter protein eGFP 
(enhanced green fluorescent protein) to investigate their 
ability to bind to the surface of orange leaves. The respec-
tive amino acid sequences are listed in Table S1 from the 
Supplementary Material. eGFP-peptide fusions consisted 
of N-terminal His6-eGFP and a C-terminal peptide. The 
C-terminal peptide was separated via a stiff helical spacer 
consisting of 17 amino acids (AEAAAKEAAAKEAAAKA) 
(Arai et al. 2001) followed by a tobacco etch virus (TEV) 
protease cleavage site of 7 amino acids (ENLYFQG) from 
eGFP (Kapust et al. 2001). Generation, production, and puri-
fication were performed as described elsewhere (Schwinges 
et al. 2019). The analysis of eGFP (negative control for back-
ground binding) and the fusion proteins eGFP-Andt, eGFP-
CgDEF, eGFP-LCI, eGFP-MBP1, eGFP-PlnA, eGFP-TA2, 
and eGFP-Mel was executed similarly as described else-
where (Schwinges et al. 2019). Leaf disks (~1 cm diameter) 
of orange leaves (Citrus sinensis), which had an average 
size of ~4 cm, were used for the binding tests. The disks 
were immersed in cell free Escherichia coli BL21 (DE3) 
(purchased from Agilent Technologies Inc., Santa Clara, 
USA) lysates containing eGFP, eGFP-Andt, eGFP-CgDEF, 
eGFP-LCI, eGFP-MBP1, eGFP-PlnA, eGFP-TA2, or eGFP-
Mel in separated wells of a microtiter plate. After 5 min, 
the leaf surface was washed by rinsing with Tris/HCl buffer 
(50 mM pH 8.0), and the surface was analyzed using confo-
cal microscopy (Leica TCS SP8 microscope, Ex 485 nm, 
Em 520 nm, argon laser 20% intensity, gain 500, Leica 
Microsystems GmbH (Wetzlar, Germany)).

BifFuProt design and production

The generated BiFuProt consists of the antimicrobial peptide 
melittin and the orange leaf binding peptide CgDEF (Mel-
CgDEF). The synthetic gene (GenScrip Biotech, Rijswijk, 
Netherlands) was ordered within the pET28a(+) expression 
vector, which was transformed into Escherichia coli BL21 
(DE3) cells. The BiFuProt consisted of an N-terminal melit-
tin that was linked via a flexible 3xGGGS sequence and 
a StrepII-tag with domain Z. Domain Z separates the two 
functional peptides from each other in order to minimize 
intramolecular interactions. The anchor peptide CgDEF 
was fused to the C-terminus of domain Z (the amino acid 
and DNA sequence of the bifunctional peptide is given in 
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Table S2 from the Supplementary Material). A single colony 
was transferred to 5 mL of LB medium and incubated (16 
h, 37 °C, 180 rpm; Multitron Pro, Infors AG, Bottmingen, 
Switzerland). The pre-culture (1 mL) was used to inoculate 
the main culture (100 mL TB, 37 °C, 180 rpm). The main 
culture was cultivated until the OD600nm reached 0.6. Pro-
tein over-expression was induced by supplementing IPTG 
(isopropyl-β-D-thiogalactopyranoside) to a final concentra-
tion of 0.1 mM. Upon induction, the cultivation tempera-
ture was reduced to 20 °C. Cells were harvested after 24 
h by centrifugation (3200 ×g, 20 min, 4 °C) and the cell 
pellets were stored at −20 °C until further processing or 
immediately used for cell disruption. Cell disruption was 
performed by sonication. The cell pellet was resuspended 
in Tris-HCl buffer (50 mM, pH 8.0) in the ratio of 4 mL of 
buffer per gram of cells. Sonication was performed on ice 
(Vibra-Cell VCX 130; VWR International, Radnor, Penn-
sylvania, USA; amplitude of 70% in 2 cycles of 2 min, pulse 
of 10 s ON/10 s OFF). Cell debris was removed through 
centrifugation (3200 ×g, 45 min, 4 °C) and the supernatant 
was filtered through a 0.45 μm cellulose-acetate filter (GE 
Healthcare, Chalfont St Giles , UK) and subsequently used 
for protein purification. The construct contains a StrepII-Tag 
and was purified using a fast protein liquid chromatography 
system (ÄKTAprime, GE Healthcare, Chalfont St Giles, 
UK) with a prepacked Strep-Tactin affinity chromatography 
column (5 mL, Strep-Tactin Superflow Plus Cartridges, Qia-
gen, Hilden Germany). Elution was performed with 50 mM 
NaH2PO4.2H2O, 300 mM NaCl, and 2.5 mM desthiobiotin. 
For the plant protection assay bifunctional peptides were 
purified using a fast protein liquid chromatography system 
(ÄKTAprime, GE Healthcare, Chalfont St Giles, UK) with a 
prepacked cation exchange chromatography column (HiTrap 
SP FF Cartridges, 5 mL, GE Healthcare, Chalfont St Giles, 
UK ) and gradual elution (45 to 100%) with phosphate buffer 
50 mM pH 6.0 + 1 M NaCl. After purification, samples were 
desalted using a dialysis membrane (Spectra/Por4, Spectrum 
Inc., Breda, Netherlands) and stored at 4 °C until further use.

Cultivation of the phytopathogen X. citri

The X. citri strain used was the isolate 306 - IBSBF 1594 
(Schaad et al. 2006). The bacterium was cultivated in solid 
and liquid NYG medium (nitrogen, yeast extract, and glyc-
erol: 5 g L−1 of peptone, 3 g L−1 of yeast extract, 2% glycerol; 
for solid medium bacterial agar was added to 15 g L−1) at 29 
± 1 °C with constant agitation at 200 rpm for liquid growth.

Peptide inhibition assay

The inhibitory concentrations (IC) of the peptides were 
determined using the Resazurin Microtiter Assay Plate 
method (REMA) with some adaptations as described by 

Silva et al. (2013). Briefly, the purified peptide diluted in 
NYG medium were added to the wells of a 96-microtiter 
plate to obtain the final concentrations of 250, 125, 62.5, 
31.25, 15.62, 7.81, 3.90, and 1.95 μg mL−1 in total volumes 
of 100 μL per well. The positive control was kanamycin at 
20 μg mL−1, the negative control was NYG medium, and the 
vehicle control was constituted of 50 μL of NYG medium 
and 50 μL of deionized water. X. citri was then inoculated 
in each well, with a final concentration of 105 CFU (colony-
forming unit) per well. REMA plates were incubated at 29 
± 1 °C for 16 h. To develop the reactions resazurin (Sigma-
Aldrich, Darmstadt, Germany) was added to each well to 
the final concentration of 0.01 mg mL−1, and plates were 
further incubated at 29 ± 1 °C for 2 h. NADH produced 
by the live/respiring cells reduces resazurin to the fluores-
cent compound resorufin, which was detected using a plate 
reader Synergy H1N1 (BioTek, Winooski, VT, USA) set 
to the excitation and emission wavelengths of 530 and 590 
nm, respectively. The data obtained were used to construct 
dose-response curves, and a polynomial regression model 
was applied in order to determine the growth inhibition per-
centages expressed as the “inhibition concentration values” 
(IC), which corresponds to the peptide concentration able 
to inhibit a certain percentage of X. citri cells in vitro. To 
define the minimal bactericidal concentration (MBC), sam-
ples from REMA were inoculated on a solid NYG medium, 
using 15 cm Petri dishes, with the help of a 96-well plate 
replicator (8 × 12 wells, Sigma-Aldrich Corp., St. Louis, 
USA). The plates were then incubated at 29 °C for 48 h to 
allow bacteria to resume growth. Three independent experi-
ments were performed in triplicates.

Fluorescence microscopy

X. citri cells (105 CFU mL−1) were exposed to the bifunc-
tional peptide at its bactericidal concentration for 15 min 
using 1.5 mL microcentrifuge tubes in a total volume of 100 
μL of NYG medium. After the treatment, 900 μL of saline 
solution (0.86% NaCl) were added to the tubes in order to 
dilute the compound and stop the reaction. The viability 
of bacterial cells and membrane integrity were evaluated 
by using the live/dead method, in which cells were stained 
with propidium iodide (PI) at 10 μg mL−1 and 4′,6-diamid-
ino-2-phenylin-dole (DAPI) at 20 μg mL−1. Untreated cells 
were used as negative control, while the positive control 
for membrane damage was obtained by heat-shock stress 
(Savietto et al. 2018). The X. citri mutant expressing GFP-
ZapA (X. citri amy::pPM2a-zapA) was used to evaluate if 
the bifunctional peptide could interfere with the assembly of 
the bacterial divisional septum (defined as the Z-ring) (Silva 
et al. 2013). First, bacterial cells were cultivated in the pres-
ence of 0.5% xylose to induce the expression of GFP-ZapA 
(Martins et al. 2010). Next, 100 μL of the culture containing 
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105 CFU mL−1 were placed in a 1.5-mL microcentrifuge 
tube and exposed to the peptide at its bactericidal concentra-
tion for 15 min. Then, the reaction was centrifuged at 4000 
× g for 5 min, the supernatant was discarded, and the cells 
were resuspended in 100 μL of saline solution (0.86% NaCl). 
Regarding the visualizations, cells were immobilized onto 
agarose-covered slides and subsequently observed using a 
fluorescence microscope Olympus BX-61 (Tokyo, Japan), 
equipped with a monochromatic camera OrcaFlash 2.8 
(Hamamatsu, Shizuoka, Japan). Images were obtained and 
processed using the software CellSens Dimension (Olym-
pus, Tokyo, Japan). Three independent experiments were 
performed, and at least 100 cells were considered per treat-
ment (n = 100) for the analyses.

Plant protection assays

The ability of the bifunctional peptide to protect citrus leaves 
against X. citri infection was evaluated using seedlings of C. 
sinensis cultivar Pera of ~50 cm tall. The plants were kept 
in a greenhouse with controlled humidity and temperature 
as follows: average humidity of 77.90% with a maximum of 
92.70% and a minimum of 50.27%; average temperature of 
26.36 °C, with a maximum of 37.54 °C and a minimum of 
17.84 °C (during all the experiment period from 06/11/2020 
to 22/01/2021). Different peptide concentrations, ranging 
from 62.50 to 250 μg mL−1, were sprayed on leaves until 
the run-off point. For the positive control, the plants were 
sprayed with a commercial copper formulation (Difere® at 
the recommended concentration of 2.96 mg mL−1, 700 μg 
mL−1 of metallic copper)—Oxiquímica Agrociência Ltda., 
Jaboticabal, Brazil. The negative control was saline solution 
(0.86% NaCl). After 24 h, the plants were sprayed with a 108 
CFU mL−1 suspension of X. citri in saline solution (0.86% 
NaCl). After inoculation, plants were covered with transpar-
ent plastic bags for 24 h to help bacterial infection. Plants 
were observed over the course of 35 days for the appear-
ance of symptoms. The experiment was performed with two 
plants per group of treatment, with two marked branches per 
plant. This assay was done with three independent replicates. 
At the end of the experiment, leaves were detached and 
digitalized at 600 dpi. The software ImageJ (Fiji) (Rasband 
2018) was used to evaluate bacterial infection and infection 
severity, expressed by the number of citrus canker lesions 
formed per leaf area, as described by Cavalca et al. (2020). 
The data obtained were submitted to a nonparametric statis-
tical analysis of Kruskal-Wallis (Dunn), with three degrees 
of freedom using the software BioEstat 5.0 (Ayres 1998).

To verify if the bifunctional peptide could remain fixed 
on the leaf surface the experiment above was repeated with 
the addition of a washing step in order to simulate rain. 
Marked branches were sprayed until the run-off point with 
each treatment as follows: I) saline solution (0.86% NaCl) 

as the negative control, II) 2.96 mg mL−1 of Difere® as 
the positive control, and III) concentrated peptide solution. 
Twenty-four hours later, plants were sprayed with 100 mL of 
autoclaved deionized water until the run-off point (approxi-
mately 2 min). After the wash step, plants were sprayed with 
the inoculum (X. citri at 108 CFU mL−1) in saline solution 
(0.86% NaCl) and then covered with transparent plastic bags 
for further 24 h. The appearance of symptoms was moni-
tored for 35 days. It was used again two plants per treatment 
with two marked branches per plant, and the experiment was 
carried out with three independent replicates. The protective 
efficacy was measured as described above by determining 
the number of lesions formed per leaf area.

Results

Peptide binding to orange leaves

To investigate the ability of the anchor peptides to bind to 
orange leaves, selected peptides were fused to eGFP in order 
to enable their easy detection on the surface of orange leaves 
using fluorescent microscopy. eGFP-LCI, eGFP-CgDEF, and 
eGFP-MBP1 were able to bind to the orange leaf surface in 
a washing-resistant manner (Fig. 1). On the other hand, the 
anchor peptide eGFP-TachA2 was weak in binding on the 
orange leaf surface, as shown in Fig. 1. The control eGFP, 
as well as eGFP-Mel, eGFP-PlnA, and eGFP-Andt, did not 
show a significant fluorescence on the leaf surface after a 
washing event. The densest coverage of the leaf surface was 
achieved by the eGFP-CgDEF; therefore, this anchor pep-
tide was selected to generate the bifunctional fusion protein 
described below.

In a similar past work done by Schwinges et al. (2019), a 
BiFuProt was constructed to inhibit the infection of soybean 
rust, with the anchor peptides TachA2 and LCI. However, 
in the binding study with the orange leaves, the TachA2 and 
LCI did not show a high leaf fixation as CgDEF. It is two 
different genera of plants, therefore is expected that differ-
ent anchor peptides will get different fixation interactions 
with the leaf surfaces. So, even with the similarity with the 
work described by Schwinges et al. (2019), the most suitable 
protein construction for binding in orange leaves is using the 
CgDEF peptide as an anchor.

Bifunctional fusion protein exhibited anti‑X. citri 
activity

The causal agent of citrus canker, the bacterium X. citri, was 
exposed to different concentrations of Mel-CgDEF, and the 
respiratory activity of the cells was monitored using REMA. 
The peptide was able to inhibit X. citri growth with clear 
dose-response behavior (Fig. 2). Non-linear regression was 
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subsequently used to estimate inhibitory concentrations (IC 
values) of Mel-CgDEF against X. citri. In such analysis, 125 
μg mL−1 of Mel-CgDEF was defined as the concentration of 
the peptide able to completely inhibit bacterial growth after 
16 h of exposure. In order to determine the minimal bacte-
ricidal concentration of Mel-CgDEF, aliquots from REMA 
were spread onto a solid NYG medium before resazurin was 

added. Cells treated with the peptide at the IC (125 μg mL−1) 
were not able to resume growth even after 72 h of incubation 
(Fig. 2). Therefore, Mel-CgDEF was considered bactericidal 
when used at 125 μg mL−1.

To certify and validate which part of the BiFuProt 
Mel-CgDEF was responsible for the anti-X. citri activity 
observed above, the modules eGFP-CgDEF, eGFP-Mel, and 
Mel-eGFP were evaluated in REMA independently against 
the bacterium. The fusion eGFP-CgDEF did not show any 
inhibitory effect against X. citri, while the eGFP-Mel (melit-
tin at the C-terminus of eGFP) showed a bactericidal effect 
at 76.80 μg mL−1 (Fig. S1 from the Supplementary Mate-
rial). Mel-eGFP (melittin at the N-terminus of eGFP) also 
exhibited bactericidal action against X. citri at a concentra-
tion of 72.10 μg mL−1 (Fig. S1 from the Supplementary 
Material). Since the position of the antimicrobial peptide 
with respect to eGFP did not significantly influence its anti-
microbial activity, we decided to fuse melittin to the N-ter-
minus of CgDEF within the bifunctional fusion protein for 
further studies.

Cytoplasmic membrane is the primary target 
of Mel‑CgDEF

To investigate some of the possible targets of Mel-CgDEF in 
X. citri, we used a combination of phase contrast and fluores-
cence microscopy to check for membrane permeability and 
cell division alterations. Cells were exposed to the peptide 
for 15 min, which is considered a quarter of the doubling 
time for X. citri, and after stained with DAPI/PI for micro-
scope observations (the nucleic acid dye DAPI penetrates 
all the cells; PI penetrates only of those cells with damaged 
membranes). Untreated X. citri, cultivated in a rich NYG 

Fig. 1   Result of binding peptide assays. A Schematic representa-
tion of anchor peptides that are fused to the reporter protein eGFP 
(enhanced green fluorescent protein) separated by a stiff helical 
linker. These fusion proteins were used to investigate peptide bind-
ing to orange leaves. B Fluorescence confocal microscopy visualiza-
tion of eGFP (top-left), eGFP-anchor peptides, and eGFP-Melittin 
(bottom-right) bound to the surface of orange leaf disks after a wash-
ing event. C Schematic representation of the bifunctional protein 

Mel-CgDEF. The BiFuProt consisted of an N-terminal melittin (PDB: 
2MLT) that was linked via a flexible 3xGGGS sequence (not shown) 
and a StrepII-tag (not shown) with domain Z (PDB: 2B88). Domain 
Z separates the two functional peptides from each other in order to 
minimize intramolecular interactions. The anchor peptide Cg-DEF 
(PDB: 2B68) was fused to the C-terminus of domain Z. A 3D model 
generated by AlphaFold 2.0 (Jumper et al. 2021) is shown in Fig. S2 
from the Supplementary Material

Fig. 2   Mel-CgDEF has bactericidal activity against X. citri. The res-
piratory activity of the cells was monitored by using resazurin after 
16 h of peptide exposure. The average percentages of cells inhibited 
by the peptide are represented as bars and the standard deviation of 
the means by the vertical lines above the bars. Underneath the graph 
is shown a section of a NYG-plate in which samples from REMA 
were inoculated in order to evaluate if Mel-CgDEF had bactericidal 
effect. Yellow colonies indicate growth
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medium, normally has 1.5 to 2 μm in length (a size consid-
ered standard; Fig. 3a). Moreover, we did not observe any 
filamentation, which could be an indication of interference 
with the cell division machinery. Cells here are clearly divi-
sion competent with dividing rods displaying normal septal 
constrictions. Finally, normally growing X. citri may exhibit 
a small number of PI-permeable cells, usually less than 5% 
of the individuals in a culture (Fig. 3a; red-colored cells). 
When X. citri was exposed to Mel-CgDEF, cells still had a 
fairly normal morphology under phase contrast microscopy 
(Fig. 3c). Cells also kept the standard size of ~1.5 to 2 μm. 
In addition, we did not detect any cell filamentation as com-
pared to the untreated cells (Fig. 3a). However, more than 
60% of the cells after 15 min of peptide exposure were per-
meable to PI. Statistics of nearly 300 cells (three independ-
ent experiments with n = 100 per experiment) showed that 
on average 63.37% of cells had damaged membranes after 
15 min of contact with Mel-CgDEF (Fig. 3c).

We also investigated the action of Mel-CgDEF on 
the formation of the Z-ring itself. For that, we used 
the mutant X. citri amy::pPM2a-zapA, which expresses 
GFP-ZapA (a label for the Z-ring). X. citri amy::pPM2a-
zapA was exposed to Mel-CgDEF at its bactericidal con-
centration and for the same time period used in the mem-
brane integrity assays above-mentioned. As a result, we 
did not detect any visual alteration in the assembly of 
the Z-ring after the contact with the peptide (Fig. 4). 
In both panels (Fig. 4a, b; untreated cells and peptide 
exposed cells, respectively), we could detect the forma-
tion of the bacterial septum in dividing rods. Moreo-
ver, and similarly to when we used the wild type strain, 
no filamentation or gross morphology alterations were 
detected for the strain X. citri amy::pPM2a-zapA after 
exposure to the peptide (Fig. 4). Therefore, we conclude 
that the primary target of Mel-CgDEF is the cytoplasmic 
membrane of X. citri.

Fig. 3   The cytoplasmic membrane is the primary target of Mel-
CgDEF. Cells of X. citri were exposed to the peptide for 15 min, 
and after stained with DAPI and PI. Cells with intact membranes are 
represented in blue, while the cells with damaged membranes are 
colored in red. a Negative control, untreated X. citri cells; b positive 
control, cells subjected to thermal stress; c X. citri cells after 15 min 

of contact with Mel-CgDEF at 125 μg mL−1. Pictures show overlays 
of phase contrast and DAPI/PI images. Scale bar 5 μm; magnification 
of ×100. Bars represent the percentage of X. citri cells with perme-
abilized membrane after 15 min of contact with 125 μg mL−1 Mel-
CgDEF
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The bifunctional fusion protein Mel‑CgDEF protects 
citrus against X. citri

The ability of Mel-CgDEF to protect citrus against X. citri infec-
tion was evaluated using the seedling spray test. Plants were 
spray-covered with different concentrations of the BiFuProt, 
as well as the positive control for protection (the copper-based 
formulation Difere®), prior to bacterial challenge. Twenty-four 
hours later, bacteria were inoculated by spray until the run-off 
point, and two parameters were monitored in the course of the 
analyses: the ability to infect, which would lead to the appear-
ance of citrus canker symptoms, and the severity of the infec-
tion (number of lesions/cm2 of leaf). Untreated leaves showed 
on average 18.22 lesion/cm2 (Fig. 5a). Leaves sprayed with 
Mel-CgDEF apparently showed increasing levels of protection 
as the concentration of peptide increased. This can be seen by 
the decreasing number of lesions formed per cm2 of leaf in the 

treatments with Mel-CgDEF at 62.50 μg mL−1 (Fig. 5b), 125 μg 
mL−1 (Fig. 5c), and 250 μg mL−1 (Fig. 5d), which were 14.37 
lesion/cm2, 12.06 lesion/cm2, and 2.82 lesion/cm2, respectively. 
The protection level exerted by 250 μg mL−1 Mel-CgDEF was 
comparable and statistically equal to the positive control Difere® 
(Fig. 5e), which showed only 1.31 lesion/cm2. Even though the 
peptide showed some degree of protection when used at 62.50 μg 
mL−1 and 125 μg mL−1, only Difere® and Mel-CgDEF at 250 μg 
mL−1 were considered significantly different from the negative 
control untreated (18.22 lesion/cm2). Both, Difere® and Mel-
CgDEF at 250 μg mL−1 could efficiently protect citrus plants 
against infection by X. citri (Fig. 5, compare d and e with a).

The leaf-binding peptide CgDEF fused to the C-terminus of 
the antimicrobial peptide melittin was originally selected based 
on its ability to bind and remain attached to citrus leaves. To 
verify the leaf retention potential of the BiFuProt Mel-CgDEF, 
and its protective efficacy after washing, leaves of citrus were 

Fig. 4   Mel-CgDEF does not target the bacterial divisome. The 
mutant strain X. citri amy::pPM2a-zapA, labelled for the divisional 
septum, was exposed to 125 μg mL−1 Mel-CgDEF for 15 min. a 
Untreated cells; b 125 μg mL−1 Mel-CgDEF. The divisional septum 
corresponds to the green bar perpendicular to the long axis of the 

rods. The scale bar corresponds to 2 μm; magnification of ×100, PhC 
is the phase contrast microscope configuration. A number of 300 cells 
(three independent experiments with n = 100 per experiment) were 
used as the total number of cells observed
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spray-covered with the peptide, essentially as described above, 
and 24 h later washed with deionized water until the run-off 
point before the bacterial challenge. The Mel-CgDEF at 250 
μg mL−1 reached 8.95 lesions/cm2, while the negative control 
showed an average of 17.63 lesions/cm2, being both statically 
equal (Fig. 6, compare a and b). The copper-based formula-
tion, which is known to form films on the leaf surface, showed 
the same protective capacity as documented without washing 
(Fig. 6c; an average of 1.92 lesion/cm2). These greenhouse 
studies also showed that the treatment with melittin did not 
affect the plant height, tillering ability, leaf color, and shape, 
indicating nontoxic effects on orange trees.

Discussion

Since the discovery of the Bordeaux mixture, copper is used 
in agriculture to control several infectious diseases (Lam-
ichhane et al. 2018). In special, insoluble forms of copper 
are by far the most attractive and inexpensive plant defen-
sives in use. Upon application of metallic copper on plant 
surfaces, they are known to form long-lasting films, which 
exert mechanic protection, as well as exhibiting microbicidal 
action against fungi and bacteria, by the subsequent slow and 
continuous solubilization in water (Ference et al. 2018; Lam-
ichhane et al. 2018). Unfortunately, the extensively explored 

Fig. 5   The BiFuProt Mel-CgDEF protects citrus against X. citri 
infection. Citrus seedlings were spray-covered with Mel-CgDEF or 
copper, and 24 h later challenged with the bacterium to evaluate the 
protective potential of the peptide. a Negative control, b Mel-CgDEF 
at 62.5 μg mL−1, c Mel-CgDEF at 125 μg mL−1, d Mel-CgDEF at 
250 μg mL−1, e Difere® at 2.96 mg mL−1 (700 μg mL−1 of metallic 
copper). Boxes represent the distribution of 50% of the data per treat-

ment; lines above and below the boxes correspond to the minimum 
and maximum values scored in the data sets; plus signs are the aver-
ages calculated for each distribution. Asterisks show the statistical 
difference among the treatments based on the Kruskal–Wallis Dunn 
analysis. On the right-hand side are illustrative pictures of leaves 
detached from the test plants

Fig. 6   Rain fastness of Mel-CgDEF. Citrus seedlings were spray-cov-
ered with Mel-CgDEF or copper, and 24 h later washed with deion-
ized water in order to simulate rain prior to bacterial challenge. a 
Negative control, b Mel-CgDEF at 250 μg mL−1, c Difere® at 2.96 
mg/mL (700 μg mL−1 of metallic copper). Boxes represent the dis-
tribution of 50% of the data per treatment; lines above and below the 

boxes correspond to the minimum and maximum values scored in the 
data sets; plus signs are the averages calculated for each distribution. 
Asterisks show the statistical difference between the treatments based 
on the Kruskal–Wallis Dunn analysis. On the right side are illustra-
tive pictures of leaves detached from the test plants
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protective action of copper has led to its accumulation in 
soils, and water reservoirs, which can potentially cause tox-
icity to plants, animals, and also to the microbiota (Behlau 
et al. 2012; Behlau 2021). Although being considered an 
essential nutrient, exposure to copper and subsequent metal 
accumulation has been associated with Alzheimer’s disease 
(Coelho et al. 2020). Finally, tolerance and resistance to met-
als, including copper, in several etiological agents of infec-
tious diseases has been documented, which impels us to con-
sider more sustainable and less pollutant alternatives for the 
use of metals in agriculture (Behlau et al. 2012; Liu et al. 
2017; Glibota et al. 2019; Behlau et al. 2020). A possible 
alternative explored in the present work was the use of anti-
microbial peptides (AMPs) to protect citrus plants against 
bacterial infection. AMPs are small cationic peptides that 
protect their hosts against the attack by other microorgan-
isms and viruses (Izadpanah and Gallo 2005; Guani-Guerra 
et al. 2010). We showed here that the bifunctional fusion 
protein (BiFuProt) Mel-CgDEF was active against X. citri 
inhibiting cell respiration as monitored by the redox agent 
resazurin. Mel-CgDEF was bactericidal against X. citri at 
125 μg mL−1, which does not differ significantly from the 
action range of the standard/commercial antibiotic kana-
mycin (normally used between 20 and 50 μg mL−1). The 
inhibition and bactericidal assays were also carried out with 
the eGFP-Mel (melittin at the C-terminus of eGFP) and Mel-
eGFP (melittin at the N-terminus of eGFP), which showed 
a bactericidal effect at 76.80 μg mL−1 and 72.10 μg mL−1, 
respectively (Fig. 1 from the Supplementary Material). The 
Mel-CgDEF performed nearly identically when compared 
with the peptides without the fusion with CgDEF, in which 
the AMPs fused to eGFP were only 1.67× more potent than 
the BiFuProt harboring the peptide anchor CgDEF. CgDEF 
originates from Crassostrea gigas and shows a cystine 
stabilized-α-β-motif, which comprises of a helical structure 
and two β-strands cross-linked by three to four disulfide 
bonds (Gueguen et al. 2006). The anchor CgDEF, fused to 
eGFP in eGFP-CgDEF, was inactive against X. citri (Fig. 1 
from the Supplementary Material). Therefore, Melittin is 
indeed the responsible for the anti-X. citri activity displayed 
by the BiFuProt Mel-CgDEF.

Stover et al. (2013) studied the effects of antimicrobial 
peptides against X. citri and observed that melittin at 1 
mM exhibited the lowest minimum inhibitory concentra-
tion (MIC) among the diverse AMPs that were investi-
gated. Our findings in the present work not only corrobo-
rate the bactericidal action of melittin (in the form of the 
BiFuProt Mel-CgDEF) against X. citri, but it also shows 
that it targets primarily the bacterial membrane of this 
plant pathogen. Results of fluorescence microscopy also 
showed that the peptide does not interfere with cell divi-
sion or Z-ring formation in X. citri cells, which is a novel 
result for melittin.

Through the results from greenhouse assays, it was pos-
sible to affirm that Mel-CgDEF could efficiently protect 
the orange leaves against X. citri infection, with all settings 
designed to simulate the infection of citrus trees in the field. 
The success of melittin in protecting citrus is probably cor-
related to its capacity of inhibiting and dissolving the biofilm 
of microorganisms (Picoli et al. 2017). One of the main steps 
for the success of X. citri infection is the ability to fixate on the 
citrus leaf-surface and subsequent formation of bacterial bio-
films, which precedes bacterial entry into the leaf mesophyll 
(Ference et al. 2018; Li et al. 2021). Therefore, the capacity 
of the BiFuProt to target the bacterial cell membrane, inhibit 
and/or break biofilm formation is probably taking place at the 
first stages of infection on the citrus leaf surface. The protec-
tion level obtained with Mel-CgDEF was comparable to a 
copper-based formulation that constitutes the main class of 
bactericides used for citrus protection (Behlau et al. 2017).

However, the protection profile of the BiFuProt Mel-
CgDEF in the assays, in which a washing step was included 
to simulate rain, was diminished twofold in comparison 
with the copper formulation. After the washing step, leaves 
covered with the copper formulation exhibited practically 
the same protection profile as those not subjected to the 
washings. Both sets of leaves treated with copper showed a 
reduction of nearly 90% in the number of lesion per leaf area 
(from 17.63 lesions/cm2, control untreated, to 1.92 lesions/
cm2, treated with copper). On the other hand, Mel-CgDEF 
was less retained after the washing step and showed a reduc-
tion of 50% in the number of lesion per leaf area (from 17.63 
lesions/cm2 in the control untreated to 8.95 lesions/cm2 in 
plants treated with the BiFuProt). The copper oxychloride 
that is the main compound of Difere® is less polar than 
Mel-CgDEF, consequently showing also a strong adhesion 
even after washing. Our BiFuProt formulation does not 
contain, in contrast to commercial preparations, any spread-
enhancing or surfactant compounds. In addition, it is worth 
mentioning that the assay described above was carried out 
in a greenhouse with controlled parameters of temperature 
and humidity. In the field, copper is applied several times 
during the season and always following an event of rain, 
which is believed to ensure protection effectiveness. The 
application of copper in citriculture is extensive and frequent 
(Lamichhane et al. 2018), generating environmental impacts 
on soil, water, and human health (Coelho et al. 2020). The 
possibility of having an alternative that can reduce the 
amount of copper applied in the field is a high advantage to 
citriculture, and surely to other cultures (Tóth et al. 2016; 
Lamichhane et al. 2018; Coelho et al. 2020). BiFuProt such 
as Mel-CgDEF can therefore, from our point of view, be 
regarded as enabling technology for sustainable plant health 
management since it is not harmful to humans and the envi-
ronment due to its not cumulative and biodegradable nature. 
In addition to being an alternative to copper, the application 
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of tailor-made BiFuProt could be done together or alternated 
with copper, thus reducing the applied amount of this haz-
ardous metal in the environment.

In conclusion, the BiFuProt produced in the present study 
is bactericidal against X. citri at 125 μg mL−1, targeting the 
cytoplasmic membrane on the first minutes of contact. By 
using a X. citri mutant strain labelled for the divisional sep-
tum, we showed that Mel-CgDEF does not target cell division. 
BiFuProt can also efficiently protect citrus leaves against X. 
citri infection at 250 μg mL−1. Although the protective effect 
is reduced after rain, the BiFuProt is still a novel and possible 
alternative to copper application on citrus orchards, being able 
to decrease the frequent amount of applied copper in the field. 
The rain fastness of the BiFuProts might be further increased 
via protein engineering and the implementation of adjuvants 
within the formulation. Furthermore, the developed BiFuProt 
can be used in situations of low incidence of citrus canker to 
completely avoid the usage of copper. With increasing inci-
dences of the disease, the BiFuProt might be combined or 
replaced by copper applications. Before we can recommend 
growers to use the BiFuProt, the activity and efficacy of BiFu-
Prots have to be studied under field conditions.
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